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SECTION 3
Intermediate Survey

3.1 General

311 The requirements for Annual Surveys are to be
complied with and, additionally, the requirements of the
present Section.

3.2 Intermediate Survey - Hull
3.21 Ballast tanks

3.2.1.1  For ships 5 years old and over, and less than 10

years:

(@ An internal examination of representative salt water
ballast tanks is to be carried out. When such examination
reveals no visible structural defects, the examination
may be limited to the verification that the protective
coating remains efficient.

(b) Where poor coating condition, corrosion or other defects
are found in salt water ballast spaces or where a hard
protective coating was not applied from the time of
construction, the examination is to be extended to other
ballast spaces of the same type.

(c) For salt water ballast spaces other than double bottom
tanks, where a protective coating is found in poor
condition and is not renewed, where soft or semi-hard
coating has been applied or where a hard protective
coating was not applied from the time of construction,
maintenance of class is to be subject to the tanks in
question being internally examined and thickness
measurement carried out as deemed necessary at annual
intervals.

(d) For salt water ballast double bottom tanks, where such
breakdown of hard protective coating is found, where a
soft or semi-hard coating has been applied or where a
coating has not been applied from the time of
construction, maintenance of class may be subject to the
tanks in question being internally examined at annual
intervals.

() When extensive corrosion is found, thickness
measurements may be required.

3.2.1.2  For ships 10 years old and over, the requirements

of 3.2.1.1 are to be complied with and, additionally:

(@ An internal examination of all salt water ballast spaces is
to be carried out. Where such examination reveals no
visible structural defects, the examination may be limited
to a verification that the protective coating remains
efficient..

(b) For salt water ballast spaces other than double bottom
tanks, where a hard protective coating is found in poor
condition and is not renewed, where soft or semi-hard
coating has been applied or where a protective coating
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was not applied from the time of construction,
maintenance of class is to be subject to the tanks in
question being internally examined and thickness
measurement carried out as deemed necessary at annual
intervals.

(c) For salt water ballast double bottom tanks, where such
breakdown of hard protective coating is found, where a
soft or semi-hard coating has been applied or where a
coating has not been applied, maintenance of class may
be subject to the tanks in question being internally
examined at annual intervals.

(d) When extensive corrosion is found, thickness
measurements may be required.

3.2.1.3  Double bottom ballast spaces in way of cargo holds
have to be tested, for ships 10 years old or over.

3.2.2 Cargo holds

3.2.2.1  Ships over 10 years of age.

(&) An internal examination of at least one forward and one
after cargo hold is to be carried out.

(b) For ships with only two cargo holds, either one cargo
hold is to be examined.

3.2.2.2 For ships over 15 years of age an internal
examination of all cargo holds is to be carried out.

3.2.3 Cargo Tanks of non-ESP Tankers

3.2.3.1  Ships over 10 years of age.

(@) An internal examination of at least one forward and one
after cargo tank is to be carried out.

(b) For ships with only two cargo tanks, either one cargo
tank is to be examined.

3.2.3.2 For ships over 15 years of age an internal
examination of all cargo tanks is to be carried out.

3.3 Intermediate Survey - Machinery
331 During the Intermediate Survey to the ship’s

machinery, the requirements of the Annual Surveys are to be
met.
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SECTION 4

Special Survey Hull | (Age of ship up to 5 years)

4.1 General

4.1.1 In addition to the surveys and checks required for

the Intermediate Survey, on the occasion of Special Class
Survey, the requirements of the present Section are to be
complied with.

412 The Special Survey is to be held, as a rule, when
the ship is in dry-docking or on a slipway, unless a Docking
Survey has been carried out within the admissible period (see
Ch 2 Subs 5.4).

4.2 Preparation

4.2.1 The holds, tweendecks, peak tanks, deep tanks,
engine and boiler spaces and other spaces, are to be cleared
and cleansed as necessary and the bilges and limbers all fore
and aft are to be cleansed and prepared for examination.

4.2.2 Platform plates in engine and boiler spaces are to
be lifted as may be necessary for the examination of the
structure below.

4.2.3 Where necessary, close and spar ceiling, lining and
pipe casings are to be removed for examination of the
structure.

4.2.4 The examination is to be sufficient to reveal
substantial corrosion, significant deformation, fractures,
damages or other structural deterioration.

4.2.5 The bottom ceiling in holds of single bottom ships
is to be lifted to such an extent that at least 2 strakes on each
side (one strake being at the bilge) and all portable hatches in
holds and flooring plates in machinery and boiler spaces are
to be removed for examination of the structure below.

4.2.6 Where a double bottom is fitted, a sufficient ceiling
is to be lifted from the inner bottom to enable the Surveyor to
satisfy himself as to the condition of the tank top plating and,
if necessary, all ceiling is to be removed for ascertaining the
condition.

4.2.7 The cement or other composition on the inner
surface of the bottom plating is to be carefully examined. The
removal of this covering may be dispensed with provided that
it is tested by beating or chipping and found sound and
adhering satisfactorily to the steel plating.

4.2.8 The steel work is to be examined before painting or
before the cement or other covering is renewed.
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4.2.9 Where holds are insulated for the purpose of
carrying refrigerated cargoes and the hull in way of the
insulation was examined by the Surveyor at the time such
insulation was fitted, it will be sufficient to remove the
limbers and hatches to enable the framing and plating in way
to be examined. In other cases, additional insulation is to be
removed as necessary for the Surveyor to be satisfied as to the
condition of the structure.

4.3 External examinations

4.3.1 A general examination of the hull and hull
equipment, as required by Subs 2.2 for the Annual Survey of
hull, is to be carried out.

4.3.2 Decks are to be examined and particular attention
being given to the areas where stress concentration or
increased corrosion are likely to be developed, such as hatch
corners and other discontinuities of structure.

4.3.3 Deck erections such as hatch coamings,
deckhouses and superstructures are to be examined.

434 Worn out, worm-eaten or rotten parts of wooden
decks are to be renewed to the Surveyor’s satisfaction. The
same applies to wood-sheathed steel decks, the sheathing of
which may be removed in places to ascertain the condition of
plating underneath.

4.35 Masts and standing rigging are to be examined.

4.3.6 Anchors chain cables and windlasses are to be
examined and checked. Lengths of chain cables worn out
more than 12% from their nominal diameter are to be
renewed.

4.3.7 The engine room structure is to be examined.
Particular attention is to be given to tank tops, brackets
connecting side, shell frames, tank tops and engine room
bulkheads in way of tank top and bilge wells. Where wastage
is evident or suspected, thickness measurements are to be
carried out.

4.4 Examination of tanks

441 The seawater ballast tanks are to be examined at
the Surveyor’s discretion.

4.4.2 For seawater ballast spaces other than double
bottom tanks, where a hard protective coating is found in poor
condition and is not renewed, where soft or semi-hard coating
has been applied or where a protective coating was not
applied from the time of construction, maintenance of class is
to be subject to the tanks in question being internally
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examined and thickness measurement carried out as deemed
necessary at annual intervals.

443 For seawater ballast double bottom tanks, where
breakdown of hard protective coating is found, where a soft
or semi-soft coating has been applied or where a coating has
not been applied from the time of construction, maintenance
of class may be subject to the tanks in question being
internally examined at annual intervals.

444 Fuel oil, lubricating oil and feed water tanks need
not be emptied if their tightness can be verified by an external
examination while they are completely filled and there is no
reason for doubt as to their proper condition.

4.4.5 Peak tanks (all uses) are subject to internal
examination.

4.5 Tightness tests

45.1 Each compartment of the double bottom and all

tanks, the boundary bulkheads of which form part of the main
structure of the ship, are to be subjected to a pressure test.
Fuel, lubricating oil and feed water tanks may be tested by
filling with the respective liquid.

45.2 The applied test pressure is to correspond to a head
of water up to the top of the hatch for cargo tanks or up to the
top of the overflow/air pipe of the tank, whichever is higher.

453 The tightness of pipe tunnels outside the inner
bottom and of void spaces can be tested by air pressure.
Testing of other spaces by air pressure is to be agreed with the
Surveyor in each particular case.

4.6 Holds and other spaces
4.6.1 Holds, tweendecks, void spaces, cofferdams and
other spaces which are integral to the ships structure are to be

internally examined.

4.6.2 Plating under bilge wells in holds and engine room
is to be examined.

4.7 Hatch covers and coamings
4.7.1 Hatch covers and coamings are to be examined as
follows:

(@ A thorough inspection of the items listed in Annual
Surveys is to be carried out.

(b) Checking of the satisfactory operation of all
mechanically operated hatch covers is to be made,
including:

(i) stowage and securing in open condition;
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(ii) operational testing of hydraulic and power
components, wires, chains, and link drives.
(c) The effectiveness of sealing arrangements of all hatch
covers by hose testing or equivalent is to be checked.

4.8 Automatic Air Pipe Heads

4.8.1 For all ships, automatic air pipe heads are to be
examined (both internally and externally) as follows :

(&) Two air pipe heads, one port and one starboard,
located on the exposed decks in the forward 0.25L,
preferably air pipes serving ballast tanks.

(b) Two air pipe heads, one port and one starboard, on
the exposed decks serving spaces aft of 0.25L,
preferably air pipes serving ballast tanks.

4.8.2 The selection of air pipe heads to be examined is
left to the attending Surveyor.

4.8.3 According to the results of this examination, the
Surveyor may require the examination of other heads located
on the exposed decks.

49 Thickness measurements

49.1 Thickness measurements are to be carried out
according to Sec 12.
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SECTION 5
Special Survey Hull 11 (Age of ship 5-10 years)

5.1 General

5.1.1 The requirements of Sec 4 for Special Survey I, are
to be complied with.

5.2 Preparation

521 In addition to the requirements of Sub 4.2 the
requirements of this Subsection are to be complied with.

5.2.2 A sufficient amount of ceiling in the holds is to be
lifted from bilges and the inner bottom to enable the Surveyor
to satisfy himself as to the condition of the structure in bilges,
the inner bottom plating, the pillar feet, the lower and plating
of bulkheads and the tunnel side.

523 In ships having a single bottom, the close ceiling in
holds is to be lifted to such an extent that at least 3 strakes on
each side (one strake being at the bilge) and all portable
hatches in holds and flooring plates in machinery and boiler
spaces are to be removed for examination of the structure
below. In either case the whole of the ceiling may be lifted for
examination of the structure below when deemed necessary
by the Surveyor.

524 Structural parts behind insulations are to be
examined as required by the Surveyor.

525 Chain cables are to be ranged out and examined,
and chain lockers are to be examined internally.

5.3 Examination and testing of tanks

5.3.1 In addition to the requirements of Subs 4.4 and 4.5
the requirements of this Subsection are to be complied with.

53.2 All seawater ballast tanks are to be internally
examined (see also 4.4.2 — 4.4.3).

53.3 At least one integral fresh water tank is to be
examined internally. The remaining fresh water tanks may be
examined externally from all accessible boundaries.

534 At least one integral fuel oil tank, in way of cargo
length area, is to be examined internally. The remaining fuel
oil tanks may be examined externally from all accessible
boundaries.

535 Lubricating oil tanks need not be examined

internally. These tanks may be examined externally from all
accessible boundaries.
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5.4 Automatic Air Pipe Heads

54.1 For all ships except for passenger ships, automatic
air pipe heads are to be examined (both internally and
externally) as follows :
(a) All air pipe heads, located on the exposed decks in
the forward 0.25L.
(b) At least 20% of air pipe heads, on the exposed decks
serving spaces aft of 0.25L, preferably air pipes
serving ballast tanks.

5.4.2 The selection of air pipe heads to be examined is
left to the attending Surveyor.

5.4.3 According to the results of this examination, the
Surveyor may require the examination of other heads located
on the exposed decks.

55 Thickness measurements

55.1 Thickness measurements are to be carried out in
accordance with Sec 12.
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SECTION 6
Special Survey Hull 111 (Age of ship 10-15 years)

6.1 General

511 The requirements of Sec 5 for Special Survey Il are
to be complied with.

6.2 Preparation

6.2.1 In addition to the requirements of Sub 5.2 the
requirements of the present Subsection are to be complied
with.

6.2.2 A sufficient amount of ceiling and lining in the
holds and flooring plates in the machinery spaces is to be
removed, as required by the Surveyor.

6.2.3 The ship is to be made free from rust inside and
outside in order to expose for examination the framing and
plating together with discharges, scuppers, air and sounding
pipes, and the structure is to be examined.

6.2.4 Wood sheathing and deck composition on steel
decks are to be removed as required by the Surveyor and the
plating below examined.

6.2.5 Cement chocks on the ship’s sides at bilges and
decks are to be examined and portions of them removed so
that the condition of the shell plating and adjacent steel work
can be ascertained.

6.2.6 The lining in way of side scuttles is to be removed
as required by the Surveyor and the shell plating examined.

6.2.7 All double bottom and other tanks are to be
cleansed as necessary to permit their internal examination
when required by the Surveyor.

6.2.8 Where the holds are insulated for the purpose of
carrying refrigerated cargoes, the limbers and hatches are to
be lifted and sufficient insulation is to be removed in each of
the chambers to enable the Surveyor to satisfy himself as of
the condition of the framing and plating.

6.2.9 All mast wedging is to be removed for inspection.

6.2.10  Attention is to be given by the Surveyor to the
parts of the ship’s structure in way of the boilers.

6.2.11  Attention is also to be paid to the possibility of

local wastage and grooving, e.g. at the shell plating along the
heel of framing members.
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6.3 Examination and testing of tanks

6.3.1 In addition to the requirements of Subs 4.4 and 4.5,
the requirements of this Subsection are to be complied with.

6.3.2 All seawater ballast tanks are to be internally
examined (see also 4.4.2 — 4.4.3).

6.3.3 A minimum of two selected integral oil fuel
tanks, in way of cargo length area and one integral oil fuel
tank, in way of engine room, are to be examined internally.
The remaining tanks may be examined externally from all
accessible boundaries.

6.3.4 One integral deep tank for fuel oil in the cargo
length area is to be included, if fitted.

6.3.5 All integral tanks which are used exclusively for
fresh water are to be examined internally.

6.3.6 Lubricating oil tanks need not be examined
internally. These tanks may be examined externally from all
accessible boundaries.

6.3.7 Independent tanks in the engine room containing
fuel or lubricating oil are to be filled to the top of the tank for
testing.

6.4 Automatic Air Pipe Heads

6.4.1  For all ships, all air pipe heads, located on the
exposed decks, are to be examined (both internally and
externally).

6.5 Thickness measurements

6.5.1 Thickness measurements are to be carried out in
accordance with Sec 12.
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SECTION 7
Special Survey Hull 1V (Age of ship over 15 years) and
Special Surveys thereafter

7.1 General

7.1.1 The requirements of Sec 6 for Special Survey Ill
are to be complied with.

7.2 Examination and testing of tanks

7.2.1 In addition to the requirements of Subs 4.4 and
4.5, the requirements of this Subsection are to be complied
with.

7.2.2 All seawater ballast tanks are to be internally
examined (see also 4.4.2 — 4.4.3).

7.2.3 Half of the integral fuel oil tanks, in way of
cargo length area (minimum 2) and one integral fuel oil
tank in way of engine room are to be examined internally.
The remaining tanks may be examined externally from all
accessible boundaries.

7.2.4 One integral deep tank for fuel oil in the cargo
length area is to be included, if fitted.

7.25 All integral tanks which are used exclusively for
fresh water are to be examined internally.

7.2.6 At least one integral tank used for lubricating
oil is to be internally examined. The remaining tanks may be
examined externally from all accessible boundaries.

7.2.7 Independent tanks which are used for fresh water,
oil fuel or lubricating oil need not be examined internally
subject to external examination of all accessible boundaries.

7.3 Thickness measurements

7.3.1 Thickness measurements are to be carried out in
accordance with Sec 12.
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SECTION 9
Propeller Shaft Surveys

9.1 Complete Survey

9.11 The following requirements are to be complied

with during the Complete Survey:

(@) Propellers are to be removed and examined.

(b) Tailshafts are to be completely drawn in or out and
examined. Shafts are to be carefully examined
throughout, i. e.:

(i)  Inway of the thread for the propeller nut.

(i) At the keyway.

(iii) At the large end of the cone.

(iv) At the ends of liner(s) where in contact with sea
water.

(v) At the junctions of the separate lengths of a liner.

(vi) At the portion of shaft between separate lengths of
liners.

(vii) In way of couplings and their bolt holes.

(c) At the discretion of the Surveyor, the shaft is to be
examined by an efficient crack detection method, usually
the magnetic particle method for non-austenitic steel
shafts. Such examination is to be carried out at every
survey when this is required as a condition for increasing
the interval between Tailshaft Surveys. In this case the
crack detection examination is to be extended at least
over a length from the after end of the liner (or stern
tube, for shafts not fitted with liners) to a position at
approximately one-third of the length of the cone from
the large end, or the after flange fillet area of the shaft, if
the propeller is fitted to a solid flange coupling.

(d) The various parts of the aft oil glands (if fitted) are to be
examined.

(e) Bearings are to be examined.

(f) Clearances of the bearings and the wear down of the
shaft, if any, are to be checked.

9.1.2 For oil lubricated arrangements all exposed areas

of the after shaft area are to be examined by an approved

crack-detection method without drawing of the shaft, and the

following is to be found satisfactory:

(@) Clearances and wear down of the bearings.

(b) Records of lubricating oil analysis, oil consumption and
bearing temperature.

(c) Visible shaft areas.

9.13 Lubricating oil and bearing temperature controls
are to be performed as specified in 9.3.6 — 9.3.8.

9.14 Where any doubt exists regarding the findings of

the above, the shaft is to be sufficiently drawn to permit a
complete examination.
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9.2 Partial Survey

9.2.1 The Partial Survey is to consist of the propeller
being backed off in any keyed shaft and the top half of the
cone examined by an efficient crack detection method for
which removal of the key will be required.

9.2.2 Oil gland and seals are to be examined and dealt
with as necessary. Wear down is to be measured and found
satisfactory.

9.2.3 Propeller and fastenings are to be examined.
9.3 Modified Survey

931 The Modified Survey will consist of a partial
withdrawal of the shaft, sufficient to ascertain the condition of
the stern bearing and shaft in way.

9.3.2 For keyless propellers or shafts with a solid flange
connection to the propeller, a visual examination to confirm
the good condition of the sealing arrangements is to be made.
The oil glands are to be capable of being replaced without
removal of the propeller.

9.3.3 The forward bearing and all accessible parts
including the propeller connection to the shaft are to be
examined so far as possible. Wear-down is to be measured
and to be found satisfactory.

9.34 Where a controllable pitch propeller is fitted, at
least one of the blades is to be dismantled for examination of
the working parts and the control gear, followed by a function
test after the assembling.

9.35 For keyed propellers, the after end of the
cylindrical part of the shaft and forward 1/3 of the shaft cone
is to be examined by a magnetic practicable crack detection
method, for which dismantling of the propeller and removal
of the key will be required.

9.3.6 Where a lubricating oil analysis is carried out
regularly at intervals not exceeding 6 months and the oil
consumption and bearing temperature are recorded and
considered to be within permissible limits, the drawing of the
shaft to expose the aft bearing contact area may be dispensed
with.

9.3.7 The documentation on lubricating oil analysis is to
be available on board. Each analysis is to include:

(a) Water contents.

(b) Chlorides contents.

(c) Content of bearing metal particles.

(d) Oil aging (resistance to oxidation).
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9.3.8 Oil samples are to be taken under service
conditions.
9.4 Maximum and minimum clearances for

propeller shafts

94.1 The bearing clearances will depend on the material
of the bearing surface, the diameter of the shaft and the means
of lubrication.

94.2 For water-lubricated lignum vite bearings the
recommended clearances are approximately as shown in table
9.4.2.

Table 9.4.2 Recommended clearances for lignum-vitee
bearings
Shaft diameter Minimum Maximum
(mm) clearances for allowed
new bearings clearances
(mm) (mm)
Up to 200 0.75 6.00
Up to 305 1.00 8.00
More than 305 1.25 9.00
9.4.3 For white linings of oil lubricated stern tubes the

recommended minimum clearances of new bearings are as
shown in table 9.4.3.

Table 9.4.3 Recommended minimum bearing clearances
for oil lubricated stern tubes

Shaft diameter Minimum clearances
(mm) (mm)
Up to 200 0.60
Up to 305 0.75
Up to 500 1.00
Up to 700 1.20
More than 700 1.25

9.4.4 When the clearance between the shaft and the
bearing reaches approximately twice the value of the above
mentioned clearances of new bearing, the bush must be
remetalled.

9.4.5 Stern tube bearings lined with rubber or plastic are
to have initial clearances in accordance with the Maker’s
recommendations.

9.5 Rotating and azimuth thrusters

9.5.1 The periodical survey of rotating and azimuth
thrusters consists of:
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(@) Removal of the propeller(s) in order to examine the
following items, as applicable:

e exposed parts

e cone and keyway to be checked by an appropriate
crack detection method

o sealing glands
e threaded end and nut

(b) Examination of the results of a lubricating oil analysis
(water content and presence of material particles) to
detect possible deterioration of internal gears and
bearings.

(c) Examination of the orientation device.

If the foregoing checks are not satisfactory, dismantling of the
internal parts may be required.

9.6 Vertical axis propellers

9.6.1 The periodical survey of vertical axis propeller
systems consists of:

(@) Checking of the tightness of the oil glands and the
backlash of the gears from outside by action on the
blades

(b) Checking the condition of gears and couplings from
inside the vessel

(c¢) Examination of the results of a lubricating oil analysis
(water content and presence of material particles) to
detect possible deterioration of internal gears and
bearings.

If the foregoing checks are not satisfactory, dismantling of the
internal parts may be required.
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SECTION 10
Special Survey Machinery

10.1 General

10.1.1  Special Survey of machinery is to be carried out at
the same time and intervals as required for hull and
equipment with respect to the type of machinery.

10.1.2 For machinery and electrical equipment, in addition
to the requirements for the Intermediate Survey, the following
requirements are to be complied with.

10.2 Survey of main and auxiliary engines

10.2.1 At the Special Survey of main engines, the
following requirements are to be complied with in accordance
with the type of engine.

10.2.2  Where deemed necessary by the Surveyor, control,
governing and safety devices are to be tested.

10.2.3 For oil engines the following is to be performed:

(@) Cylinders, cylinder covers, pistons, piston rods and
connecting rods, cross-heads (including pins, bearings
and guides) are to be opened out and examined.

(b) Crank shafts and all bearings, cam shafts and their
driving gears are to be opened out and examined.

(c) Essential valves and valve arrangements, fuel oil pumps
and fittings, scavenging pumps, scavenging blowers,
superchargers, intercoolers, filters or oil separators and
safety devices are to be opened out and examined.

(d) Clutches and reverse gear are to be opened out and
examined.

(e) Crank cases and explosion relief devices are to be
opened out and examined.

(f) Deflections of crank arms are to be measured.

(g) Vibration dampers or balancers are to be examined.

10.24 For steam turbines the following is to be

accomplished:

(@ Turbine blades, rotors, stop valves, shafts, glands, thrust
adjusting bearings, oil drains, and sealing pipes are to be
opened out and examined.

(b) At Special Survey No. 1 only, for vessels having more
than 1 main propulsion ahead turbine with emergency
steam crossover arrangement, the turbine casings need
not be opened provided that approved vibration
indicators and rotor position indicators are fitted and that
the operating records are considered satisfactory by the
Surveyor.

(c) An operational test of the turbines may be required when
deemed necessary by the Surveyor.
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10.25  For the main electric propelling machinery,
windings, commutators and slip-rings, all air ducts in stator
coils and ventilating holes in rotors are to be examined.

10.26  For auxiliary engines, the requirements
corresponding to those of the main engine are to be complied
with.

10.3 Survey of machinery other than main and
auxiliary engines

10.3.1  All shafts (except the propeller and stern tube
shafts), thrust blocks and line shaft bearings are to be
examined. The lower halves of bearings need not be exposed,
if alignment and wear are found satisfactory.

10.3.2 Reduction gear is to be examined. Where deemed
necessary by the Surveyor, reduction gear is to be opened out
and the gear wheels, pinions, gear shafts and bearings are to
be examined.

10.3.3  The foundation bolts and chocks of main and
auxiliary engines, gear casings, thrust blocks and line shaft
bearings are to be examined.

10.3.4  An examination of machinery driven by the main
engine and the engine fittings is to be carried out.

10.3.5  All air receivers and other pressure vessels for
essential services together with their mountings and safety
devices are to be opened out and examined internally and
externally. Where internal examination is not practicable,
they are to be tested hydraulically to 1.5 times the working
pressure and, if deemed necessary by the Surveyor, a
performance test of safety valves for the above mentioned
devices is to be carried out.

10.3.6  Air compressors with their inter-coolers, filters
and/or oil separators and safety devices, and all pumps and
components used for essential services are to be opened out as
deemed necessary by the Surveyor and examined.

10.3.7 Operational conditions of steering gear are to be
examined. Where deemed necessary by the Surveyor, main
parts are to be opened out and examined.

10.3.8 Remote control systems of main engines and
controllable pitch propellers are also to be tested in operation
(special attention is to be given to the reverse mechanism).

10.3.9  Operating conditions of windlass, mooring winches
and cargo winches are to be examined. Where deemed
necessary by the Surveyor, main parts of them are to be
opened out and examined.
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10.3.10 Evaporators are to be opened out and examined.
Their safety valves are to be checked under working
conditions.

10.3.11 During the Special Survey of heat exchangers the

following is to be performed:

(@ An internal examination is to be carried out,

(b) A hydraulic test will be required depending on the result
of the examination and after repairs of the heat
exchanger.

10.3.12 For pumping and piping arrangements the

following is to be carried out:

(@) Valves, cocks and strainers of the bilge system including
the emergency bilge suction valve are to be examined
and, where deemed necessary by the Surveyor, they are
to be opened out.

(b) Fuel oil, feed and lubricating oil systems, ballast
connections and blanking arrangement to deep tanks
which may carry liquid or dry cargoes, together with all
filters, heaters, coolers and condensers for essential
services are to be opened out and examined. Pressure
tests may be carried out, including safety devices, where
deemed necessary by the Surveyor.

10.3.13 Where deemed necessary by the Surveyor,
performance tests of pressure gauges, revolutions and
thermometers are to be carried out.

10.3.14  Spare parts of main and auxiliary engines are to be
available on board according to the requirements of the Rules.

10.3.15 Where essential machinery is fitted with automatic
and remote controls these are to be tested to demonstrate that
they are in good working order. Special attention must be
given to the proper operation of remote stopping systems of
transfer pumps, fuel oil heating pumps, forced draught fans
and engine room ventilation fans.

10.3.16  Operation tests of engine room alarm system,
including alarm system in the engineer’s accommodation, are
to be carried out.

10.3.17 An examination of wventilation ducts passing
through watertight bulkheads and fire-resisting bulkheads is
to be carried out.

10.3.18 An examination of cables and cable penetrations in
watertight and fire-resistant bulkheads is to be carried out.

10.4 Survey of electrical equipment
10.4.1 Main and emergency switchboards, section panels,

and distribution fuse panels are to be examined and
overcurrent protective devices and fuses inspected to verify
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that they provide suitable protection for their respective
circuits.

10.4.2  Generators are to be tested under load conditions,
either separately or in parallel and the performance of speed
governors, switches and circuit breakers is to be checked.

10.4.3  Emergency sources of electrical power are to be
tested, including:

(a) Operation test of emergency generating set.

(b) Test of emergency accumulators.

10.4.4 Battery chargers are to be tested.

10.4.5 Mechanical ventilation of battery rooms / lockers is
to be examined.

1046  The insulation resistance of  generators,
switchboards, motors, cables and other electrical equipment is
to be tested and adjusted if it is found not to comply with the
requirements given below:

(&) For main and emergency switchboard, feeder circuit
breakers being open, busbar circuit closed, measuring
and monitoring instruments disconnected, the insulation
resistance measured across each insulated busbar and
hull, and across insulated busbars is not to be less than
1IMQ.

(b) For generators, the equipment and circuits normally
connected between the generator and the first circuit
breaker being connected, the resistance of insulation
(preferably at working temperature whenever possible),
in ohms, is to be greater than 1000 times the rated
voltage, in volts. When appropriate, the Surveyor will
check also that the insulation resistance of generator
independent exciters is not less than 0.25 MQ.

(c) The insulation resistance of the entire electrical system is
to be checked with all circuit breakers and protective
devices closed, except for generators. In general, the
resistance is not to be less than 0.1M€Q.

(d) The variation of the resistance with time is to be
checked, comparing the current figure with previous
readings. If the insulation resistance has dropped
suddenly or is not sufficient, the defective circuits are to
be traced, disconnecting as much circuits as necessary.

However, this test may be dispensed with if it is found that
the measured records remain efficient and they comply with
the above requirements.

10.4.7  The lighting arrangements, internal communication
and signalling systems, mechanical ventilation systems, and
other electrical equipment are to be tested for effectiveness.
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10.48  The electrical supply of navigation lights and
associated alarm and signal devices is to be tested.
10.5 Fire-fighting equipment

10.5.1 The entire fire-fighting equipment is to be thoroughly
examined, and to be confirmed that is ready for operation.
Details: as per section 2.3.3 of this chapter.

10.5.2 Emergency escapes / exits are to be inspected.
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SECTION 11
Periodical Surveys and testing of machinery items

11.1 Steam boilers
1111 External inspection

11.1.1.1 The operability and general condition of the entire
boiler, including its valves and fittings, pumps, piping,
insulations, foundation, control and regulation systems, and
its protective and safety equipment, is to be checked.

11.1.1.2 The boiler manual and operating instructions are to
be checked.

11.1.2 Internal inspection

11.1.2.1 Where deemed necessary by the Surveyor, the
boiler is to be cleansed on the water and fuel gas sides, and, if
required, its outside surfaces are to be exposed as well, so that
all walls subject to pressure may be examined.

11.1.2.2 Where the design of the boiler does not permit an
adequate internal inspection, hydraulic tests may be required.
It is left to the Surveyor's discretion to have the internal
inspection supplemented by hydraulic tests, if required on
account of the condition of the boiler.

11.1.2.3 Where doubts arise concerning the thickness of the
boiler walls, it is to be ascertained by means of a recognized
gauging method. On the basis of the results of such inspection
the allowable working pressure (PB) at which the boiler may
be operated in future is to be decided on.

11.1.2.4 The hydraulic pressure test is to be carried out to a
test pressure of 1.3 PB. Only after repair of major damages
the test pressure may be 1.5 PB. In no case, however, is the
test pressure to be less than PB + 1 bar, and it is not to
exceed the test pressure applied during the first inspection of
the boiler after completion.

11.1.2.5 In addition to the above periodical inspections the
Surveyor may, at his own discretion, require hydraulic tests or
extraordinary surveys to be performed, e. g. following repairs
and maintenance work.

11.2 Pressure vessels

11.2.1  Subject to the provisions of Ch 2, Sub 5.8 pressure
vessels are to be inspected internally and externally.

11.2.2  Supplementary testing: Where pressure vessels
cannot be satisfactorily examined internally and where their
unobjectionable condition cannot be clearly recognized
during the internal inspection, recognized non-destructive test
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methods are to be applied and/or hydraulic pressure tests are
to be carried out. The hydraulic pressure test is to be carried
out at a test pressure of 1.5 PB. However, the test pressure
must not be less than PB + 1 bar.

11.3 Carbon dioxide low-pressure fire-extinguishing
systems and Halon tanks

11.3.1 The surfaces are to be checked for corrosion at the
Surveyor's discretion.

11.3.2 Insulated vessels are to be exposed at some
selected points, such as to offer a general impression of the
vessel's external condition.

11.3.3 Following a hydraulic pressure test, the vessels
and/or bottles are to be carefully dried. In the case of vessels
for powder extinguishing agents, periodical pressure tests
may be dispensed with, provided that their internal inspection
does not reveal any deficiencies.
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SECTION 12
Thickness Measurements

12.1 General

12.1.1  The purpose of thickness measurements described
in the Rules is to prevent vessels from hull casualties.
Information provided in the report of hull thickness
measurements for a vessel in service indicates that the vessel
is maintaining sufficient local and global strength. If
necessary, renewal/repair works can be made accordingly.
Therefore, Thickness Measurements Reports giving
information for the assessment of hull strength (including
watertight integrity) as well as for the maintenance of the hull
should be carefully considered.

12.1.2  Thickness measurements are to be carried out by a
qualified company, certified by I.N.S.B.. Validity of the
approval granted will depend on the continued qualification.

12.1.3  Thickness measurements are normally to be carried
out under the surveillance of the attending Surveyor to
I.N.S.B.. When it is necessary, as a part of a Periodical
Survey, to carry out Thickness Measurements for structural
areas subject to close-up survey, these measurements are to
be carried out simultaneously with the close-up survey.

12.1.4  The extent of thickness measurements on the
occasion of Special Class Surveys is given in Table A.

12.15 Where substantial corrosion is found, additional
thickness measurements are to be carried out in accordance
with Table E.

12.1.6  Transverse sections should be chosen (at least one
within 0.5L amidships) where largest corrosion rates are
suspected to occur or revealed by deck plating measurements.
The average reduction in transverse sections should not
exceed the maximum reduction as indicated in Table D.

12.1.7  Thickness Measurement Reports stated in 12.1.1
must be signed by the Operator. The Surveyor is to
review/verify the thickness measurements and countersign the
report for acceptance. The Report form shown in Table B or
an equivalent may be used.

12.1.8  Where thickness measurements result in corrosion
and wear values exceeding those stated in Tables C and D,
inspections are to be carried out in detail and corresponding
hull structural members are to be renewed by the date
considered by the Society.
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12.1.9 In order to be used as a basis for class renewal,
thickness measurements should, as far as practicable, be
carried out already on the occasion of the 4™ Annual Survey.

12.1.10  All paint and rust are to be entirely removed before
the plates are gauged. In all cases where gauged plates are
renewed the thickness of adjacent plates in the same strakes
are to be reported.

12.1.11  Where the structure is suitable coated and if the
coating is in good condition the Surveyor may, at his
discretion and upon approval of I.N.S.B. Head Office, accept
a reduced program of thickness measurements in the
corresponding areas. Other effective protective arrangements
may also be considered.

12.1.12 Where the holds are insulated for the purpose of
carrying refrigerating cargoes, the limbers and hatches are to
be lifted and sufficient additional insulation is to be removed
in each of the chambers, to enable the Surveyor to satisfy
himself as of the condition of the steel structure and to enable
the thickness of the steel plating to be ascertained.

12.1.13 Thickness of plating and structure in way of
cement is to be ascertained unless the Surveyor, after a
thorough examination, considers this as unnecessary. A
selected portion of the cement is to be removed if required by
the Surveyor.

12.1.14 The Surveyor may accept thickness measurements
not carried out under his supervision. In this case the
Surveyor should re—check the measurements for accuracy as
deemed necessary.

12.1.15 Upon completion of the necessary thickness
measurements an appropriate Report is to be prepared. The
Report is to give the following details:

(a) Location of measurements.

(b) Thickness measured.

(c) The corresponding original thickness.

(d) Date when the measurements were carried out.

(e) Type of measuring equipment.

(f) Name and the qualification of the operators.

12.1.16 When partial corrosion occurs in  stress
concentrated parts, partial replacement or reinforcement is to
be carried out regardless of Tables C and D.

12.1.17 Additional details on thickness measurements for
special ship types are given in Chapter 5.
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TABLE A Thickness measurements during Special Surveys

Special Survey |
Age<5

Special Survey 11
5<Age<10

Special Survey 111
10 < Age < 15 years

Special Survey 1V and
Subsequent
Age > 15 years

Main structural parts, plates
and stiffeners showing signs
of tear and wear

Main structural parts, plates
and stiffeners showing signs of
tear and wear

Main structural parts, plates
and stiffeners showing signs of
tear and wear

Main structural parts, plates
and stiffeners showing signs of
tear and wear

Within the cargo length area or

0.5L amidships:

— Selected deck plates

— 1 transverse section

— Selected tank top plates

— Selected bottom plates

— Selected wind and water
strakes

Within the cargo length area or
0.5L amidships:

— Each deck plate

— 2 transverse sections

— Selected tank top plates

— Selected bottom plates

— All wind and water strakes

Within the cargo length area or

0.5L amidships:

— Each main deck plate

— 3 transverse sections

— Each tank top plate

— Each bottom plate

— Selected wind and water
strakes

Outside the cargo length area

or 0.5L amidships:

— Selected deck plates

— Selected wind and water
strakes

— Selected bottom plates

Outside the cargo length area

or 0.5L amidships:

— Selected deck plates

— Selected wind and water
strakes

— Selected bottom plates

Outside the cargo length area
or 0.5L amidships:

— Each main deck plate

— All wind and water strakes
— Each bottom plate

The two first cargo hold hatch
covers and coamings (plates
and stiffeners)

All cargo hold hatch covers
and coamings (plates and
stiffeners)

All cargo hold hatch covers
and coamings (plates and
stiffeners)

Collision bulkhead, forward

Collision bulkhead, forward

All transverse and longitudinal

machinery space bulkhead, aft | machinery space bulkhead, aft | bulkheads (plates and
peak bulkhead peak bulkhead, selected cargo | stiffeners)
hold transverse and
longitudinal bulkheads (plates
and stiffeners)
Selected internal structural [ As for Special Survey IlI.
members such as floors and | Number of measurements may
longitudinals, transverse |be increased as deemed
frames, web frames, deck [ necessary by the Surveyor
beams, tweendecks, girders,
etc

Notes :

(a) Thickness measurement locations are to be selected to provide the best representative sampling of areas likely to be most
exposed to corrosion, considering cargo and ballast history and arrangement and condition of protective coatings.

(b) For ships less than 100 meters in length, the number of transverse sections required at Special Survey 111 may be reduced to
one (1), and the number of transverse sections required at Subsequent Special Surveys may be reduced to two (2).

(c) For ships more than 100 meters in length, at Special Survey Ill, thickness measurements of exposed deck plating within

amidship 0.5 L may be required.

L.N.S.B. Issue 04/Rev. 01/9-2019




Rules and Regulations for the Classification and Construction of Steel Ships

Periodical Survey Regulations

Part |, Chapter 3

Section 12
TABLE B Thickness Measurement Report (Sample)
Plate Original Maximum allowable | Present thickness (gauged) Diminution
Position Thickness diminution 1 2 Average nm %
(mm)
3

LI.N.S.B. Issue 04/Rev. 01/9-2019




Rules and Regulations for the Classification and Construction of Steel Ships

Periodical Survey Regulations

Part |, Chapter 3

Section 12

TABLE C Maximum reduction of individual plates and stiffeners

Structural item

Category 1 ships

Category 2 & 3 ships

Hull envelope, individual plates, shell and deck plating

recorded along the strake (deck, bottom, wind and water) 20% 30%
Longitudinal structural Plating 20% 30%
members

Stiffeners 25% 25%
Transverse structural members in cargo oil and water ballast 20% 25%
tanks
Watertight and oiltight Plating 25% 30%
transverse bulkheads
(including deep tanks Stiffeners and corrugated 25% 25%
bulkheads) bulkhead plating (See Note 1)
Miscellaneous structural Plating 25% 30%
members (including deck
plates inside line of Stiffeners 25% 25%
openings)
Cargo hold transverse frames and end brackets 20% 25%

NOTES:

1. For dry bulk cargo ship transverse bulkheads of corrugated construction the maximum allowable reduction is as follows:
a) Cargo hold designed to be completely filled with salt water ballast (deep tank): 25%
b) Cargo hold designed to be partially filled with salt water ballast and aft transverse bulkhead of cargo hold No.1: 15%
c) Remaining cargo hold transverse bulkheads: 20%
2. For definition of ship categories see Table D Note 5.
3. The maximum reduction is for the average thickness measured over the plate area or over the length between supports.
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TABLE D Maximum reduction of topside and bottom areas (Transverse sections)

Structural item Category 1 ships Category 2 ships Category 3 ships
Over 0.5L|At 0.075L|Over  0.5L|At 0.075L|Over 0.5L|At  0.075L
amidships | from ends | amidships from ends [ amidships | from ends

Topside | Plating 10% 20% 10% 30% 15% 30%
areas

Longitudinals 15% 25% 15% 25% 20% 30%
Bottom | Plating/Single bottom 10% 20% 10% 30% 15% 30%
areas construction

15% 20% 15% 30% 20% 30%

Plating/Double bottom

construction 15% 25% 15% 25% 20% 30%

Longitudinals

3.
4,

NOTES:
1
2.

Intermediate values are to be obtained by linear interpolation.

Topside area comprises deck (outside line of openings for dry cargo ships) stringer and sheer strake (including rounded
gunwales) together with associated longitudinals.

Bottom area comprises keel, bottom and bilge plating together with associated longitudinals.

For ships of Categories 1 and 2 a greater reduction may be permitted over 0.5L amidships provided that the hull girder
section modulus — using the actual gauged thickness — is not less than 90% of the Rules’ section modulus for the new ship.
A reassessment of scantlings would be required where this consideration is requested.

Ship categories are as follows:

Category 1: Oil Tankers, Chemical Tankers, Dry Bulk Cargo Ships, Combination Carriers and liquefied gas ships having a
length L > 90 metres.

Category 2: All remaining ship types not included in Category 1 and having length L > 90 metres.

Category 3: All ship types having a length L < 90 metres.

Where the reduction of topside or bottom area (plating and longitudinals) is in excess of 0.75 of the values given herein,
additional transverse sections are to be measured as recommended by the Surveyor.

The maximum reduction is for the average reduction measured on plates or longitudinals in way of topside or bottom areas
at transverse sections.
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TABLE E Guidance for additional thickness measurements in way of substantial corrosion

Structural member

Extent of measurement

Pattern of measurement

Plating

Suspect area and adjacent plates

Five-point pattern over 1 square metre

Stiffeners

Suspect area

Three measurements in line across each
flange and web
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SECTION 1
General requirements

1.1 Surveys of Laid-up ships

111 At Owner’s request ships may be submitted to a
Laying-up survey and Annual Condition Surveys during
laying up period.

112 In such a case, the class of the ship will be
considered maintained in laid up condition for the lay-up
period.

1.1.3 During the Annual Condition Survey for laid-up

ships the following items are to be examined to the

Surveyor’s satisfaction:

(a) Region of laying-up.

(b) Mooring / anchoring equipment.

(c) Condition of the vessel regarding trim and stability.

(d) Main and emergency sources of electric power.

(e) Propulsion arrangement.

(f) Auxiliary machinery items (especially bilge pumps).

(g) Condition of hull.

(h) Fire fighting means (fixed, portable, semi portable
systems).

(i) Means of communication with shore-stations.

(i) Anchor lights.

(k) Special items as deemed necessary by the Society for
special ship types.

1.1.4 Surveys other than the Annual Condition
Surveys, becoming due during the lay-up period will be
postponed until the time of recommissioning. At this time,
the ship is to be submitted to all postponed surveys.

115 The Society reserves the right to carry out sea
trials and/or recommissioning trials of specific installations
and/or components depending on the duration of the lay-up
period.

1.2 Damage and Repair Surveys

1.2.1 In the event of grounding or other damage to the
ship’s hull, machinery and electric generating plant which
affects the class, the Owner of the ship or his representative
is to apply to the Society for a survey to be performed. Such
an application is to be made as soon as possible and the
damaged parts are to be made accessible for inspection in
such a way that the kind and extend of damage can be
thoroughly examined and the necessary repairs to be
ascertained.

1.2.2 Where parts are damaged or worn to such an

extent that they no longer comply with the requirements of
the Rules, they are to be repaired or replaced. In case of
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grounding a Docking Survey or, alternatively, an In-water
Survey will be required.

1.2.3 Repairs made to ships are to be carried out with
the attendance of the Surveyor as deemed necessary. When
the repairs are completed to his satisfaction, the Surveyor
will endorse the relevant Certificate of Class.

1.2.4 If, on account of special circumstances, repairs
cannot be completed and the Surveyor considers that
postponing certain repairs or accepting provisional repairs
for a certain period of time enables the class to be retained
provisionally, he endorses the Certificate of Class with a
suitable recommendation. In general, a confirmation of class
with recommendations, e.g. in case of preliminary repair,
requires approval by 1.N.S.B. Head Office.

1.25 If, after satisfactory repairs, the Surveyor
considers that certain repairs must be re-examined after a
certain period of time in order for the class to be retained, he
will endorse the Certificate of Class with a suitable
recommendation.

1.2.6 Before the due date for recommendations to be
dealt with, it is the Owner’s responsibility — or his
representative’s — to apply to the Society in order the
permanent repairs to be surveyed or repairs to be re-
examined according to the recommendations endorsed on
the Certificate of Class.

1.2.7 When repairs are completed or re-examined to the
Surveyor’s satisfaction, he will endorse the Certificate of
Class for the deletion of the recommendations.

1.3 Surveys after modifications and maintenance
repairs
131 In the event of modifications or maintenance

repairs which affect or may affect the class, the Owner of
the ship or his representative is to apply to the Society for
the survey of the ship while modifications or repairs are
being made.

1.3.2 Should the modifications and/or repairs not be
carried out to the Surveyor’s satisfaction, immediately or at
an agreed later date, the class may be subjected to a
withdrawal procedure.

1.3.3 Maintenance work and conversions of classed
ships and special equipment are to be carried out under the
I.N.S.B. survey to ensure maintenance or reassignment of
class.

134 If, following major conversions, a new character
of class and/or new notations are assigned so that a new
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Certificate of Class has to be issued, commencement of a
new period of class may be agreed upon.

1.35 When it is intended to carry out surveys for the
alterations or modifications, plans and documents equivalent
to those for a New Construction Survey are to be submitted
to the Society for approval before the commencement of the
works.

14 Unscheduled Surveys

141 All classed ships are to be subjected to

Unscheduled Surveys when they fall under either one of the

following conditions at periods other than those of Special,

Intermediate or Annual Surveys:

(@) When whole or a part of machinery are about to be
shifted.

(b) When load lines are required to be changed or to be
newly marked.

(c) If necessary, when the due dates of surveys are to be
postponed.

(d) If necessary, when ship is engaged on carrying
dangerous goods and/or other special cargoes. In this
regard the Society may request to apply, in addition to
its Rules, the relevant International Conventions and
other regulations as deemed appropriate.

(e) If necessary, when the ship is found defective in
respect of either its structure or its equipment, as a
result of an Inspection of Port State Control and the
defects are related to the class of the ship. It is the
Owner’s responsibility to report immediately the
outcome of this inspection of Port State Control to
I.LN.S.B..

(f) Other cases where Unscheduled Surveys are required
by I.N.S.B. Head Office or whenever an Unscheduled
Survey is deemed necessary by the Surveyor.
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SECTION 1
General

1.1 Application

1.1.1 The requirements of the present Chapter apply to
surveys of hull structure and piping systems in way of the
cargo holds/tanks, cofferdams, pipe tunnels, void spaces
within the cargo area and all ballast tanks. The present
requirements are additional or supersede those stipulated by
the classification requirements applicable to the remaining
types of ships.

112 The present Chapter contains the minimum extent
of examination, thickness measurements and tank testing. The
Survey is to be extended when substantial corrosion and/or
structural defects are found and is to include an additional
Close-up Survey when necessary.

1.2 Definitions and explanations

121 For the purpose of this Chapter the definitions
given below will apply.

Bulk Carrier: A ship which is constructed generally with
single deck, topside tanks and hopper side tanks in cargo
spaces, is intended primarily to carry dry cargo in bulk and
includes combination carriers.

Double Skin Bulk Carrier : A Double Skin Bulk Carrier is a
ship which is constructed generally with single deck, double
bottom, top-side tanks and hopper side tanks in cargo spaces,
and is intended primarily to carry dry cargo in bulk, including
such types as ore carriers and combination carriers, in which
all cargo holds are bounded by a double-side skin.

Oil Tanker: A ship constructed primarily to carry oil in bulk,
and includes ship types such as combination carriers (ore/oil
and ore/bulk/oil ships).

Double Hull Oil Tanker: A Double Hull Oil Tanker is a ship
which is constructed primarily for the carriage of oil in bulk,
which have the cargo tanks protected by a double hull which
extends for the entire length of the cargo area, consisting of
double sides and double bottom spaces for the carriage of
water ballast or void spaces.

Cargo length area: That part of the ship which includes all
cargo holds and adjacent areas including fuel tanks,
cofferdams, ballast tanks and void spaces.

For Oil Tankers, including Double Hull Oil Tankers, cargo
area is the part of the ship which contains cargo tanks, slop
tanks and cargo/ballast pump-rooms, cofferdams, ballast
tanks and void spaces adjacent to cargo tanks and also areas
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throughout the entire length and breadth of the part of the ship
over the above mentioned spaces.

Overall Survey: A survey intended to report on the overall
conditions of the hull structure and determine the extent of
additional close-up surveys.

Close-up Survey: A survey where the details of structural
components are within the close visual inspection range of the
Surveyor i.e. normally within reach of hand.

Ballast tank: A tank that is being used primarily for salt
water ballast, or where applicable, a space used for both cargo
and salt water ballast will be treated as a ballast tank when
substantial corrosion has been found in that space.

For Double Skin Bulk Carriers, a Double Side Tank is to be
considered as a separate tank even if it is in connection to
either the topside tank or the hopper side tank.

A Combined Cargo/Ballast Tank (applicable to Oil
Tankers) is a tank which is used for the carriage of cargo or
ballast water as a routine part of the vessel's operation and
will be treated as a ballast tank. Cargo tanks in which water
ballast might be carried only in exceptional cases per
MARPOL 1/18(3), are to be treated as cargo tanks.

Spaces: Spaces are separate compartments including holds
tanks, cofferdams and void spaces, bounding cargo holds,
decks and the outer shell.

Representative spaces or tanks: Spaces which are expected
to reflect the condition of other spaces/tanks of similar type
and service and with similar corrosion protection systems.
When selecting representative spaces/tanks account should be
taken of the service and repair history on board and
identifiable critical and/or suspect areas.

Suspect areas: Locations showing substantial corrosion
and/or are considered by the Surveyor to be prone to rapid
wastage.

Critical Structural Area: Critical structural areas are
locations which have been identified from calculations to
require monitoring or from the service history of the subject
ship or from similar or sister ships (if available) to be
sensitive to cracking, buckling or corrosion which would
impair the structural integrity of the ship.

Substantial corrosion: An extent of corrosion such that
assessment of corrosion pattern indicates wastage in excess of
75% of allowable margins, but within acceptable limits.

Transverse Section is the cross section of the hull
perpendicular to the ship's center line and includes all
longitudinal members such as plating, longitudinals and
girders at the deck, sides, bottom, inner bottom and hopper

2
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side plating, longitudinal bulkheads and bottom plating in top
wing tanks.

An Qil Tanker's Transverse Section includes all longitudinal
members such as plating, longitudinals and girders at the
deck, side, bottom, inner bottom and longitudinal bulkheads.

For transversely framed vessels, a transverse section includes
adjacent frames and their end connections in way of
transverse sections.

A corrosion prevention system is normally considered either:
(@ A full hard coating.

(b) A full hard coating supplemented by anodes.

A protective coating should usually be epoxy coating or
equivalent. Other coating systems may be considered
acceptable as alternatives provided that they are applied and
maintained in compliance with the manufacturer’s
specifications.

The coating condition is defined as follows:

(a) GOOD condition with only minor spot rusting.

(b) FAIR condition with local breakdown at edges of
stiffeners and welded connection and/or light rusting
over 20% or more of areas under consideration, but less
than as defined for POOR condition.

(c) POOR condition with general breakdown of coating over
20% or more of areas or hard scale at 10% or more of
areas under consideration.

Special consideration: Special consideration or specially
considered (in connection with close-up surveys and
thickness measurements) means sufficient close-up inspection
and thickness measurements are to be taken to confirm the
actual average condition of the structure under the coating.

Prompt and Thorough Repair: A Prompt and Thorough
Repair is a permanent repair completed at the time of survey
to the satisfaction of the Surveyor, therein removing the need
for the imposition of any associated condition of
classification, or recommendation.

Pitting Corrosion: Pitting corrosion is defined as scattered
corrosion spots/areas with local material reductions which are
greater than the general corrosion in the surrounding area.

Edge corrosion: Edge corrosion is defined as local corrosion
at the free edges of plates, stiffeners, primary support
members and around openings.

Grooving Corrosion: Grooving corrosion is typically local

material loss adjacent to weld joints along abutting stiffeners
and at stiffener or plate butts or seams.
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Convention: means the International Convention for the
Safety of Life at Sea 1974, as amended.

1.3 Repairs

1.3.1 Any damage in association with wastage over the
allowable limits (including buckling, grooving, detachment or
fracture), or extensive areas of wastage over the allowable
limits, which affects or, in the opinion of the Society, will
affect the ship's structural, watertight or weathertight
integrity, should be promptly and thoroughly repaired.
Avreas to be considered, regarding the type of ship, include:
(a) side structure and side plating;
(b) side shell frames, their end attachments or adjacent
shell plating.
(c) deck structure and deck plating;
(d) bottom structure and bottom plating;
(e) inner bottom structure and inner bottom plating;
(f) inner side structure and inner side plating;
(g) watertight or oiltight bulkheads;
(h) hatch covers or hatch coamings; and
(i) Bunker and wvent piping systems, including
ventilators (applicable to Single and Double side
Skin Bulk Carriers).
For locations where adequate repair facilities are not
available, the Society may allow the ship to proceed directly
to a repair facility. This may require discharging the cargo
and/or temporary repairs for the intended voyage.

1.3.2 Additionally, when a survey results in the
identification of corrosion or structural defects, either of
which, in the opinion of the Society, will impair the ship's
fitness for continued service, remedial measures should be
implemented before the ship continues in service.

14 Surveyors

1.4.1 For Bulk Carriers or Oil Tankers, of 20,000 tons
deadweight and above, two surveyors should jointly carry out
the first scheduled Special Survey after the vessel passes 10
years of age (i.e. third renewal survey), and all subsequent
renewal surveys and intermediate surveys.

1.4.2 On Bulk Carriers of 100,000 tons deadweight and
above, the intermediate survey between 10 and 15 years of
age should be performed by two surveyors.

1.5 Survey Programme (applicable to Bulk Carriers
and Qil Tankers)

The owner in cooperation with the Society should work out a
specific survey programme prior to the commencement of
any part of:
(a) the special survey; and
(b) the intermediate survey for ships over 10 years of
age.
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The survey should not commence until the survey programme
has been agreed.

151 Prior to the development of the survey programme,
the survey planning questionnaire should be completed by the
owner, and forwarded to the Society.

1.5.2 The survey programme at intermediate survey may
consist of the survey programme at the previous special
survey supplemented by the condition evaluation report of
that special survey and later relevant survey reports. The
survey programme should be worked out taking into account
any amendments to the survey requirements after the last
special survey carried out.

153 In developing the survey programme, the following
documentation should be collected and consulted with a view
to selecting tanks, holds, areas and structural elements to be
examined:

Bulk Carriers and Double-Side Skin Bulk Carriers

(@) Survey status and basic ship information;

(b) Documentation on board, as described in 1.11;

(c) Main structural plans (scantlings drawings),
including information regarding use of high-tensile
steels (HTS);

(d) Relevant previous survey and inspection reports
from both the classification society and the owner;

(e) Information regarding the use of ship's holds and
tanks, typical cargoes and other relevant data;

(f) Information regarding corrosion prevention level on
the new building; and

(9) Information regarding the relevant maintenance level
during operation.

Oil Tankers and Double Hull Oil Tankers

() survey status and basic ship information;

(b) documentation on board, as described in 1.11;

(c) main structural plans of cargo and ballast tanks
(scantlings  drawings), including information
regarding use of high-tensile steels (HTS);

(d) Condition Evaluation Report;

(e) relevant previous damage and repair history;

(f) relevant previous survey and inspection reports from
both the recognized organization and the owner;

(9) cargo and ballast history for the last 3 vyears,
including carriage of cargo under heated conditions;

(h) details of the inert gas plant and tank cleaning
procedures;

(i) information and other relevant data regarding
conversion or modification of the ship's cargo and
ballast tanks since the time of construction;

(j) description and history of the coating and corrosion
protection system (including anodes and previous
class notations), if any;
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(k) inspections of the owner's personnel during the last
three years with reference to structural deterioration
in general, leakages in tank boundaries and piping
and condition of the coating and corrosion protection
system (including anodes) if any;

() information regarding the relevant maintenance level
during operation, including port State control reports
of inspection containing hull related deficiencies,
safety management system non-conformities relating
to hull maintenance, including the associated
corrective action(s); and

(m) any other information that will help identify suspect
areas and critical structural areas.

154 The submitted survey programme should account
for and comply, as a minimum, with the requirements for
close-up survey, thickness measurement and tank testing,
respectively, and is to include relevant information including
at least:

(a) basic ship information and particulars;

(b) main structural plans (scantling drawings), including
information regarding use of high-tensile steels
(HTS);

(¢) plan of holds and tanks;

(d) list of holds and tanks with information on use,
protection and condition of coating;

(e) conditions for survey (e.g. information regarding
hold and tank cleaning, gas-freeing, ventilation,
lighting, etc.);

(f) provisions and methods for access to structures;

(g) equipment for surveys;

(h) identification of holds and tanks and areas for close-
up survey;

(i) identification of areas and sections for thickness
measurement;

(j) identification of tanks for testing;

(k) identification of the thickness measurement
company;

() damage experience related to ship in question;

(m) critical structural areas and suspect areas, where
relevant.

155 The Society will advise the owner of the maximum
acceptable structural corrosion diminution levels applicable to
the ship.

1.6 Conditions for survey

1.6.1 The Owner is to provide the necessary facilities for
a safe performance of the survey.

1.6.2 In order to enable the attending surveyors to carry
out the survey, provisions for proper and safe access are to be
agreed between the owner and the Classification Society.
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1.6.3 Details of the means of access are to be provided in
the survey planning questionnaire.

1.6.4 In cases where the provisions of safety and
required access are judged by the attending surveyors not to
be adequate, the survey of the spaces involved is not to
proceed.

1.6.5 Cargo holds, cargo tanks, tanks and spaces are to
be safe for access. Cargo holds, cargo tanks, tanks and spaces
are to be gas free and properly ventilated. Prior to entering a
tank, void or enclosed space, it is to be verified that the
atmosphere in that space is free from hazardous gas and
contains sufficient oxygen.

1.6.6 In preparation for the survey and thickness
measurements and to allow for a thorough examination, all
spaces are to be cleaned, including removal from surfaces of
all loose accumulated corrosion scale. Spaces are to be
sufficiently clean and free from water, scale, dirt, oil residues,
etc. to reveal significant corrosion, deformation, fractures,
damages or other structural deterioration. In particular this
applies to areas subject to thickness measurements. However,
those areas of structure whose renewal has already been
decided by the owner need only be cleaned and descaled to
the extent necessary to determine the limits of the areas to be
renewed.

1.6.7 Sufficient illumination is to be provided to reveal
significant corrosion, deformation, fractures, damages or
other structural deterioration.

1.6.8 Where soft or semi-hard coatings have been
applied, safe access is to be provided for the surveyor to
verify the effectiveness of the coating and to carry out an
assessment of the conditions of internal structures which may
include spot removal of the coating. When safe access cannot
be provided, the soft or semi-hard coating is to be removed.

1.6.9 The Surveyor(s) are to always be accompanied by
at least one responsible person, assigned by the owner,
experienced in tank and enclosed spaces inspection. In
addition a backup team of at least two experienced persons is
to be stationed at the hatch opening of the tank or space that is
being surveyed. The back-up team is to continuously observe
the work in the tank or space and is to keep lifesaving and
evacuation equipment ready for use.

1.6.10 A communication system is to be arranged
between the survey party in the spaces under examination and
the responsible officer on deck and, as the case may be, the
navigation bridge. The communication arrangements are to be
maintained throughout the survey.
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1.7 Access to structures

1.7.1 Regarding accessibility to spaces, absence of gases,
removal of residual cargo and rust, and in respect of lighting,
the ship is to be prepared such as to enable her to be duly
examined without any risk.

1.7.2 Where soft coating has been applied, it may be
necessary to remove this coating, at least partially.

1.7.3 For Close-up surveys in cargo holds, cargo tanks
and sea water ballast tanks, one or more of the following
means for access, acceptable to the Surveyor, is to be
provided:

(a) Permanent staging.

(b) Passages through structures.

(c) Temporary staging, e. g. ladders.

(d) Lifts and movable platforms.

(e) Boats or rafts.

(f) Other equivalent means.

1.7.4 For Close-up surveys of the cargo hold shell
frames of Bulk Carriers less than 100,000 dwt, one or more of
the following means for access, acceptable to the Surveyor, is
to be provided:

(a) permanent staging and passages through structures;

(b) temporary staging and passages through structures;

(c) portable ladder restricted to not more than 5 m in length
may be accepted for surveys of lower section of a shell frame
including bracket;

(d) hydraulic arm vehicles such as conventional cherry
pickers, lifts and movable platforms;

(e) boats or rafts provided the structural capacity of the hold
is sufficient to withstand static loads at all levels of water;

(f) other equivalent means.

1.75 For Close-up surveys of the cargo hold shell
frames of Bulk Carriers 100,000 dwt and above, the use of
portable ladders should not accepted, and one or more of the
following means for access, acceptable to the surveyor, is to
be provided:

Annual Surveys, Intermediate Survey under 10 years of
age and first Special Survey

(a) permanent staging and passages through structures;

(b) temporary staging and passages through structures;

(c) hydraulic arm vehicles such as conventional cherry
pickers, lifts and movable platforms;

(d) boats or rafts provided the structural capacity of the
hold is sufficient to withstand static loads at all
levels of water;

(e) other equivalent means.
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Subsequent Intermediate Surveys and Special Surveys:

(a) Either permanent or temporary staging and passage
through structures for close-up survey of at least the
upper part of hold frames;

(b) Hydraulic arm vehicles such as conventional cherry
pickers for surveys of lower and middle part of shell
frames as alternative to staging;

(c) lifts and movable platforms;

(d) boats or rafts provided the structural capacity of the
hold is sufficient to withstand static loads at all
levels of water;

(e) other equivalent means.

1.8 Equipment for survey
181 Thickness measurements are normally to be carried

out by means of ultrasonic test equipment. The accuracy of
the equipment is to the Surveyor’s satisfaction.

1.8.2 One or more of the following fracture detection
procedures may be required if deemed necessary by the
Surveyor:

(@) Radiographic equipment.
(b) Ultrasonic equipment.

(c) Magnetic particle equipment.
(d) Dye penetrant.

1.8.3 Explosimeter, oxygen-meter, breathing apparatus,
lifelines, riding belts with rope and hook and whistles
together with instructions and guidance on their use are to be
made available during the survey. A safety check-list is to be
provided.

184 Adequate and safe lighting is to be provided for the
safe and efficient conduct of the survey.

1.85 Adequate protective clothing is to be made
available and used (e.g. safety helmet, gloves, safety shoes,
etc) during the survey.

1.9 Surveys at sea or at anchorage

19.1 Surveys at sea or at anchorage may be accepted
provided the Surveyor is given the necessary assistance from
the personnel on board. Necessary precautions and
procedures for carrying out the survey should be in
accordance with Subs 1.5, 1.6, 1.7 and 1.8.

1.9.2 A communication system should be arranged
between the survey party in the spaces and the responsible
officer on deck. This system should also include the
personnel in charge of ballast pump handling if boats or rafts
are used.

1.9.3 Surveys of tanks or applicable holds by means of
boats or rafts should only be undertaken with the agreement
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of the Surveyor, who should take into account the safety
arrangements provided, including weather forecasting and
ship response under foreseeable conditions and provided the
expected rise of water within the tank does not exceed 0.25
m.

1.9.4 When rafts or boats will be used for close-up
survey the following conditions should be observed:

(a) only rough duty, inflatable rafts or boats, having
satisfactory residual buoyancy and stability even if
one chamber is ruptured, should be used,;

(b) the boat or raft should be tethered to the access
ladder and an additional person should be stationed
down the access ladder with a clear view of the boat
or raft;

(c) appropriate lifejackets should be available for all
participants;

(d) the surface of water in the tank or hold should be
calm (under all foreseeable conditions the expected
rise of water within the tank should not exceed 0.25
m) and the water level stationary. On no account
should the level of the water be rising while the boat
or raft is in use;

(e) the tank, hold or space must contain clean ballast
water only. Even a thin sheen of oil on the water is
not acceptable; and

(f) at no time should the water level be allowed to be
within 1 m of the deepest under deck web face flat
so that the survey team is not isolated from a direct
escape route to the tank hatch. Filling to levels
above the deck transverses should only be
contemplated if a deck access manhole is fitted and
open in the bay being examined, so that an escape
route for the survey party is available at all times.
Other effective means of escape to the deck may be
considered.

(9) if the tanks (or spaces) are connected by a common
venting system, or inert gas system, the tank in
which the boat or raft should be used, should be
isolated to prevent a transfer of gas from other tanks
(or spaces).

195 Rafts or boats alone may be allowed for inspection
of the under deck areas for tanks or spaces, if the depth of the
webs is 1.5 m or less.

1.9.6 If the depth of the webs is more than 1.5 m, rafts or
boats alone may be allowed only:

(&) when the coating of the under-deck structure is in
GOOD condition and there is no evidence of
wastage; or

(b) if a permanent means of access is provided in each
bay to allow safe entry and exit. This means:

i access direct from the deck via a vertical ladder
and a small platform fitted approximately 2 m
below the deck in each bay; or
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ii. access to deck from a longitudinal permanent
platform having ladders to deck in each end of
the tank. The platform should, for the full length
of the tank, be arranged in level with, or above,
the maximum water level needed for rafting of
under deck structure.For this purpose, the ullage
corresponding to the maximum water level
should be assumed not more than 3 m from the
deck plate measured at the midspan of deck
transverses and the middle length of the tank.

If neither of the above conditions are met, then staging or
other equivalent means should be provided for the survey of
the under-deck areas.

1.9.7 The use of rafts or boats alone in 1.9.5 and 1.9.6
does not preclude the use of boats or rafts to move about
within a tank during a survey.

1.10 Survey planning meeting (applicable to Bulk
Carriers and Qil Tankers)

1.10.1  The establishment of proper preparation and the
close cooperation between the attending surveyor(s) and the
owner's representatives on board prior to and during the
survey are an essential part in the safe and efficient conduct
of the survey. During the survey on board safety meetings
should be held regularly.

1.10.2 Prior to commencement of any part of the renewal
and intermediate survey, a survey planning meeting should be
held between the attending Surveyor(s), the owner's
representative in attendance, the thickness measurement
company operator (as applicable) and the master of the ship
or an appropriately qualified representative appointed by the
master or company for the purpose to ascertain that all the
arrangements envisaged in the Survey Programme are in
place, so as to ensure the safe and efficient conduct of the
survey work to be carried out.

1.10.3 The following is an indicative list of items that
should be addressed in the meeting:

(a) schedule of the vessel (i.e. the voyage, docking and
undocking manoeuvres, periods alongside, cargo and
ballast operations, etc.);

(b) provisions and arrangements for thickness
measurements (i.e. access, cleaning/descaling,
illumination, ventilation, personal safety);

(c) extent of the thickness measurements;

(d) acceptance criteria (refer to the list of minimum
thicknesses);

(e) extent of Close-up survey and thickness
measurement considering the coating condition and
suspect areas/areas of substantial corrosion;

(f) execution of thickness measurements;

(g) taking representative readings in general and where
uneven corrosion/pitting is found;
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(h) mapping of areas of substantial corrosion; and

(i) communication between attending Surveyor(s), the
thickness measurement company operator(s) and
owner representative(s) concerning findings.

1.11 Documents to be carried on board (applicable to
Bulk Carriers and Oil Tankers)

1.11.1  The Owner is to supply and maintain on board
documentation as specified under para 1.11.2 and 1.11.4,
which should be readily available for the Surveyor. The
documentation should be kept on board for the lifetime of the
ship.

1.11.2  Survey Report file

A Survey Report file is to be a part of the documentation on
board consisting of :

(a) Reports on structural surveys.

(b) Condition evaluation reports.

(c) Thickness measurements reports.

1.11.3  The Survey Report file is to be available also in the
Owner’s management office. The condition evaluation report
referred to in 1.11.2, should include a translation into English.

1.11.4  Supporting documents

The following additional documentation is to be available

onboard:

(a) Survey programme as required by Sub 1.5, until such
time as the Special Survey or Intermediate Survey, as
applicable, has been completed.

(b) Main structural plan of cargo holds, cargo and ballast
tanks (as applicable).

(c) Previous repair history.

(d) Cargo and ballast history.

(e) Extent of use of inert gas plant and tank cleansing
procedures (for oil tankers).

(f) Inspections by ship's personnel with reference to:

(i)  Structural deterioration in general.
(i) Leakage in bulkheads and piping.
(iii) Condition of coating or corrosion protection.

(e) Any other information that will assist in identifying
critical structural areas and/or suspect areas requiring
inspection.

1.11.5 Prior to survey, the Surveyor is to examine the
completeness of the documentation onboard, and its contents
as a basis for the survey.

1.12 Procedures for thickness measurements

1.12.1  The required thickness measurements, if not
carried out by the recognized organization acting on behalf of
the Society, should be witnessed by a Surveyor of the
Society. The Surveyor should be on board to the extent
necessary to control the process.
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1.12.2  The thickness measurement company should be
part of the survey planning meeting to be held prior to
commencing the survey.

1.12.3  Thickness measurements of structures in areas
where Close-up surveys are required should be carried out
simultaneously with Close-up surveys.

1.12.4 In all cases the extent of the thickness
measurements should be sufficient as to represent the actual
average condition.

1.12.5  The thickness measurements should be carried out
by a qualified company certified by an organization
recognized by the Society.

1.12.6 A thickness measurement report is to be prepared
and submitted to the Society. The report is to give the
location of measurements, the thickness measured as well as
corresponding original thickness. Furthermore, the report is to
give the date when the measurements were carried out, type
of measurement equipment, names of personnel and their
qualifications and has to be signed by the operator.

1.13 Evaluation of survey report

1.13.1 The data and information on the structural
condition of the ship collected during the survey should be
evaluated for acceptability and continued structural integrity
of the ship.

1.13.2 In case of QOil Tankers of 130 m in length and
upwards (as defined in the International Convention on Load
Lines in force), the ship's longitudinal strength should be
evaluated by using the thickness of structural members
measured, renewed and reinforced, as appropriate, during the
Special Survey carried out after the ship reached 10 years of
age.

1.13.3  The analysis of data should be carried out and
endorsed by the Society and the conclusions of the analysis
should form a part of the condition evaluation report.

1.13.4  The final result of the evaluation of the ship's
longitudinal strength required in 1.13.2, after renewal or
reinforcement work of structural members, if carried out as a
result of initial evaluation, should be reported as a part of the
condition evaluation report.

1.13.5  For single side skin bulk carriers of 150 m in
length and above, which were contracted for construction
prior to 1 July 1999, carrying solid bulk cargoes having bulk
density of 1.78 t/m?® or above, fitted with vertically corrugated
transverse bulkheads, a strength calculation of the internal
structure of the double bottom in hold No. 1 and of the
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transverse bulkhead between holds No. 1 and 2 have to be
carried out for the flooding condition.

In connection with this strength calculation additional
thickness measurements have to be taken of the
aforementioned  structures.  Required  repairs  and
strengthening are to be approved by I.N.S.B.. Strength
calculations are to be performed at all subsequent Class
Special Surveys.

1.14 Reporting

1.141  When a survey is split between different survey
stations, a report should be made for each portion of the
survey. A list of items examined and/or tested (pressure
testing, thickness measurements, etc.) and an indication of
whether the item has been credited, should be made available
to the next attending Surveyor(s), prior to continuing or
completing the survey.

1.14.2 A condition evaluation report of the survey and
results should be issued to the owner and placed on board the
ship for reference at future surveys. The condition evaluation
report should be endorsed by the Society.
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SECTION 2
Hull Survey of General Cargo Ships carrying Solid Bulk
Cargoes

The present Section apply to all self-propelled General Cargo
ships of 500 GT and above, carrying Solid Bulk Cargoes
other than:

* Bulk carriers, Double Skin or Single Skin, subject to ESP

* Deck cargo ships (a deck cargo ship is a ship that is
designed to carry cargo exclusively above deck without any
access for cargo below deck.)

* General dry cargo ships of double side-skin construction,
with double side-skin extending for the entire length of the
cargo area, and for the entire height of the cargo hold to the
upper deck.

Likewise the present section does not apply to:
* Dedicated container carriers

* Dedicated forest product carriers (not timber or log carriers)
* Ro-ro cargo vessels

* Refrigerated cargo vessels

* Dedicated wood chip carriers

* Dedicated cement carriers

* Livestock carriers

2.1 Annual Survey

2.1.1 The survey is to consist of an examination for the
purpose of ensuring, as far as practicable, that the hull, hatch
covers, coamings, closing appliances, equipment and related
piping are maintained in a satisfactory condition.

2.1.2 A general examination of the hull plating and its

closing appliances so far as they can be seen, and a general

examination of the watertight penetrations, are to be carried
out, including:

(@) Side shell plating above the waterline.

(b) Cargo ports.

(c) Accessible parts of rudder.

(d) Weather decks.

(e) Bulwarks, including the provisions of freeing ports,
special attention being given to any freeing ports fitted
with shutters.

(f) Guardrails, gangways, walkways and other means
provided for the protection of the crew and means for
safe passage of crew.

(9) Ventilators and air pipes, including their coamings and
closing appliances

(h) Weld connections between air pipes and deck plating.

(i) Flame screens on vents to all bunker tanks.

(i) Overflow and sounding pipes.

(k) Superstructures end bulkheads and the openings therein.

()  Engine casing, skylights, miscellaneous hatches.
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(m) Ladders on weather decks.

2.1.3 Anchoring and mooring equipment is to be
surveyed, including the working test of windlass. For ships
built after 01/01/2007, confirming that the towing and
mooring equipment is properly marked with any restriction
associated with its safe operation.

2.14 Examining each bilge pump and confirming that
the bilge pumping system for each watertight compartment is
satisfactory.

2.15 A confirmation is to be carried out, as far as
practicable, that no significant changes have been made to the
arrangement of structural fire protection.

2.1.6 Verification that loading guidance and stability
data are on board ready for use.

2.1.7 Checking of the positions of the deck line and load
line which, if necessary, are to be re-marked and re-painted.

2.1.8 Verification that no alterations have been made to
the hull or superstructures which would affect the calculation
determining the position of load lines.

2.1.9 The Annual Survey of hatch covers and coamings

will include the following:

(a) Confirmation that no significant changes have been
made to the hatch covers, hatch coamings and their
securing and sealing devices.

(b) When fitted with portable covers, wooden or steel
pontoons, checking of the satisfactory condition of:

(i) Wooden covers and portable beams, carriers or
sockets for portable beams and their securing
devices.

(ii)  Steel pontoons.

(iii) Tarpaulins.

(iv) Cleats, battens and wedges.

(v) Hatch securing bars and their securing devices.

(vi) Loading pads/bars and the side plate edge.

(vii) Guide plates and chocks.

(viii) Compression bars, drainage channels and drain
pipes (if any).

(c) When fitted with mechanically operated steel covers,
checking of the satisfactory condition of:

(i) Hatch covers; including close-up survey of hatch
cover plating

(if) Tightness devices of longitudinal, transverse and
intermediate cross junctions (gaskets, gasket lips,
compression bars, drainage channels).

(iii) Clamping devices, retaining bars, cleating.

(iv) Chain or rope pulleys.

(v) Guides, guide rails and track wheels.

(vi) Stoppers.
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(vii) Wires, chains, gypsies, tensioning devices.
(viii) Hydraulic system essential to closing and securing.
(ix) Safety locks and retaining devices.
(x) Random checking of the satisfactory operation of
hatch covers, including :
e stowage and securing in open condition;
e proper fit, locking and efficiency of sealing in
closed position;
e operational testing of hydraulic and power
components, wires, chains and link drives.
(d) Checking of the satisfactory condition of hatch coaming
plating and their stiffeners.

2.1.10 Protection of other openings is to be surveyed,

including:

(@) Hatchways, manholes, and scuttles in freeboard and
superstructure decks.

(b) Portlights together with deadcovers.

(c) Cargo ports, bow or stern access.

(d) Chutes and similar openings in ship’s sides or ends
below the freeboard deck or in way of enclosed
superstructures.

(e) Ventilators, air pipes together with flame screens,
scuppers, inlets and discharges serving spaces on or
below the freeboard deck.

(f) All air pipe heads installed on the exposed decks

() The collision and watertight bulkheads, bulkhead
penetrations and walls of enclosed superstructures.

(h) Weathertight and watertight doors and closing
appliances for all the above including proper operation
(locally and remotely) of such doors.

2111 Suspect Areas

Suspect areas identified at previous surveys are to be
examined. Thickness measurements are to be taken of the
areas of substantial corrosion and the extent of thickness
measurements is to be increased to determine the extent of
areas of substantial corrosion. Table IV to be used as guidance
for the additional thickness measurements. These extended
thickness measurements are to be carried out before the
annual survey is credited as completed.

2.1.12  Examination of Cargo Holds

2.1.12.1 For Ships 10 — 15 years of age, the following is to
apply:

a) Overall Survey of one forward and one after cargo
hold and their associated tween deck spaces.

b) When considered necessary by the surveyor, or
where extensive corrosion  exists, thickness
measurement is to be carried out. If the results of
these thickness measurements indicate that
substantial corrosion is found, then the extent of

LI.N.S.B. Issue 04/Rev. 01/9-2019

thickness measurements is to be increased to
determine the extent of areas of substantial
corrosion. Table IV to be used as guidance for these
additional measurements. These extended thickness
measurements are to be carried out before the annual
survey is credited as completed.

2.1.12.2 For Ships over 15 years of age, the following is to
apply:

a) Overall survey of all cargo holds and tween deck
spaces.

b) Close-up examination of sufficient extent, minimum
25% of frames, to establish the condition of the
lower region of the shell frames including approx.
lower one third length of side frame at side shell and
side frame end attachment and the adjacent shell
plating in a forward lower cargo hold and one other
selected lower cargo hold. Where this level of survey
reveals the need for remedial measures, the survey is
to be extended to include a close-up survey of all of
the shell frames and adjacent shell plating of those
cargo holds and associated tween deck spaces (as
applicable) as well as a close-up survey of sufficient
extent of all remaining cargo holds and tween deck
spaces (as applicable).

¢) When considered necessary by the surveyor, or
where extensive corrosion exists, thickness
measurement is to be carried out. If the results of
these thickness measurements indicate that
substantial corrosion is found, then the extent of
thickness measurements is to be increased to
determine the extent of areas of substantial
corrosion. Table IV to be used as guidance for these
additional measurements. These extended thickness
measurements are to be carried out before the annual
survey is credited as completed.

d) Where the protective coating in cargo holds, as
applicable, is found to be in GOOD condition the
extent of close-up surveys may be specially
considered.

e) All piping and penetrations in cargo holds, including
overboard piping, are to be examined.

2.1.12.3 Water ingress detection system and alarms of cargo
holds, are to be examined and tested, when appropriate.

2.1.13 Examination of Ballast Tanks.
Examination of ballast tanks when required as a consequence
of the results of the Special Survey and Intermediate Survey

is to be carried out. When considered necessary by the

2
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surveyor, or where extensive corrosion exists, thickness
measurement is to be carried out. If the results of these
thickness measurements indicate that substantial corrosion is
found, then the extent of thickness measurements are to be
increased to determine the extent of areas of substantial
corrosion. Table IV to be used as guidance for these
additional measurements. These extended thickness
measurements are to be carried out before the annual survey
is credited as completed.

2.2 Intermediate Survey
2.2.1 General

2.2.1.1  The requirements for Annual Surveys are to be
complied with and, additionally, the requirements of the
present Section.

2.2.1.2  Asurvey planning meeting is to be held prior to the
commencement of the survey.

2.2.1.3  Concurrent crediting to both Intermediate Survey
and Special Survey for surveys and thickness measurements
of spaces are not acceptable.

2.2.2 Survey Extent

2.2.2.1  The survey extent is dependent on the age of the
vessel as specified in 2.2.2.2 through 2.2.2.4.

2.2.2.2 Ships 5 - 10 Years of Age, the following is to
apply:

Ballast tanks

(@ An overall survey of representative salt water ballast
tanks selected by the Surveyor is to be carried out. When
such examination reveals no visible structural defects,
the examination may be limited to the verification that
the protective coating remains efficient.

(b) Where POOR coating condition, corrosion or other
defects are found in salt water ballast spaces or where a
hard protective coating was not applied from the time of
construction, the examination is to be extended to other
ballast tanks of the same type.

(c) In water ballast tanks other than double bottom tanks,
where a hard protective coating is found in POOR
condition, and is not renewed, where soft or semi-hard
coating has been applied or where a protective coating
was not applied from the time of construction,
maintenance of class is to be subject to the tanks in
question being internally examined and thickness
measurement carried out as deemed necessary at annual
intervals.
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(d) In water ballast double bottom tanks, where such
breakdown of hard protective coating is found, where a
soft or semi-hard coating has been applied or where a
coating has not been applied from the time of
construction, maintenance of class may be subject to the
tanks in question being internally examined at annual
intervals.

(e) When considered necessary by the Surveyor or, where
extensive corrosion is found, thickness measurements
are to be required.

() In addition to the requirements above, areas found
suspect at previous surveys are to be surveyed in
accordance with the provisions indicated in para 2.1.11

Cargo Holds
(@) An Overall Survey of one forward and one after cargo
hold and their associated tween deck spaces.

(b) Areas found suspect at previous surveys are to be
surveyed in accordance with the provisions indicated in
para 2.1.11.

2.2.2.3  Ships 10 — 15 Years of Age, the following is to
apply:

Ballast Tanks

(@) An overall survey of all water ballast tanks is to be
carried out. Where such examination reveals no visible
structural defects, the examination may be limited to
verification that the protective coating remains efficient.

(b) The requirements of para 2.2.2.2 (c) to (f) also apply.

Cargo Holds
(@) An Overall Survey of all cargo holds and tween deck
spaces.

(b) Areas found suspect at previous surveys are to be
surveyed in accordance with the provisions indicated in
para 2.1.11.

(c) When considered necessary by the surveyor, or where
extensive corrosion exists, thickness measurement is to
be carried out. If the results of these thickness
measurements indicate that substantial corrosion is
found, then the extent of thickness measurements is to
be increased to determine the extent of areas of
substantial corrosion. Table IV to be used as guidance
for these additional measurements. These extended
thickness measurements are to be carried out before the
annual survey is credited as completed.
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2.2.2.4  Ships over 15 Years of Age, the following is to
apply:

The requirements of the Intermediate Survey are to be to the
same extent as the previous Special Survey as required in Sub
2.3, except for the item 2(c) in column 4 of Table II.
However, tank testing specified in Paragraph 2.3.7, and
internal examination of fuel oil, lube oil and fresh water are
not required unless deemed necessary by the attending
surveyor.

2.3 Special Survey
2.3.1 General

2.3.1.1  Special surveys are to be carried out at 5 years
intervals to renew the Classification Certificate, as indicated
in Sec 5 of Ch 2.

2.3.1.2  Asurvey planning meeting is to be held prior to the
commencement of the survey.

2.3.1.3  Concurrent crediting to both Intermediate Survey
and Special Survey for surveys and thickness measurements
of spaces are not acceptable.

2.3.2 General Examinations

2.3.2.1  The Special Survey is to include, in addition to the
requirements of the Annual Surveys, examination, tests and
checks of sufficient extent to ensure that the hull, hatch
covers, coamings and related piping, are in a satisfactory
condition and fit for the intended purpose for the new period
of class of five years to be assigned, subject to proper
maintenance and operation and to periodical surveys being
carried out at the due dates.

2.3.22  The examinations of the hull are to be
supplemented by thickness measurements and testing, to
ensure that the structural integrity remains effective. The aim
of the examination is to discover Substantial Corrosion,
significant deformation, fractures, damages or other structural
deterioration, that may be present.

2.3.2.3  The Special Survey is to include examination of
underwater parts as per Ch 3 Sec 8.

2.3.2.4  Anchors and chain cables are to ranged, examined
and the required complement and condition verified. Lengths
of chain cables worn out more than 12% from their nominal
diameter are to be renewed. Windlasses are to be examined
and checked. The chain locker, holdfasts, hawse pipes and
chain stoppers are to be examined and pumping arrangements
of the chain locker tested.
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2.3.25  All spaces including holds and their tween decks
where fitted; double bottom, deep, ballast and peak tanks;
pipe tunnels, duct keels, machinery spaces, dry spaces,
cofferdams and voids are to be internally examined including
the plating and framing, bilges and drain wells, sounding,
venting, pumping and drainage arrangements. Internal
examination of fuel oil, lube oil and fresh water tanks is to be
carrid out in accordance with Table IV.

2.3.2.6  The engine room structure is to be examined.
Particular attention is to be given to tank tops, shell plating in
way of tank tops, brackets connecting side shell frames and
tank tops and engine room bulkheads in way of tank top and
bilge wells. Particular attention is to be given to sea suctions,
sea water cooling pipes and overboard discharge valves and
their connections to the shell plating. Where wastage is
evident or suspected, thickness measurements are to be
carried out.

2.3.2.7 The survey extent of ballast tanks converted to
void spaces is to be specially considered in relation to the
requirements for ballast tanks.

2.3.2.8 All bilge and ballast piping systems are to be
examined and operationally tested to working pressure to
attending Surveyor’s satisfaction to ensure that tightness and
condition remain satisfactory.

2.3.2.9  Water ingress detection system and alarms of cargo
holds, are to be examined and tested, when appropriate.

2.3.3 Tank Protection

2.3.31 Where provided, the condition of corrosion
prevention system of ballast tanks is to be examined. For
tanks used for water ballast, excluding double bottom tanks,
where a hard protective coating is found in POOR condition
and it is not renewed, where soft or semi-hard coating has
been applied, or where a hard protective coating was not
applied from the time of construction, the tanks in question
are to be examined at annual intervals. Thickness
measurements are to be carried out as deemed necessary by
the Surveyor.

When such breakdown of hard protective coating is found in
water ballast double bottom tanks and it is not renewed,
where a soft or semi-hard coating has been applied, or where
a hard protective coating was not applied from the time of
construction, the tanks in question may be examined at annual
intervals. When considered necessary by the surveyor, or
where extensive corrosion exists, thickness measurements are
to be carried out.
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2.3.3.2  Where the hard protective coating in spaces is
found to be in a GOOD condition, the extent of close-up
surveys and thickness measurements may be specially
considered.

2.34 Hatch Covers and coaming
The hatch covers and coamings are to be surveyed as follows:

2.3.41 A thorough inspection of the items listed in para
2.1.9, for Annual Survey is to be carried out.

2.3.4.2 Checking of the satisfactory operation of all
mechanically operated hatch covers is to be made, including:
e stowage and securing in open condition;
o proper fit and efficiency of sealing in closed
conditions;
e operational testing of hydraulic and power
components, wires, chains and link drives.

2.3.4.3  Checking the effectiveness of sealing arrangements
of all hatch covers by hose testing or equivalent is to be
carried out.

2.3.4.4  Thickness measurement of the hatch cover and
coaming plating and stiffeners is to be carried out as given in
Table I1.

2.35 Extent of Overall and Close-up Survey

2351 An overall survey of all tanks and spaces,
excluding fuel oil, lube oil and fresh water tanks, is to be
carried out at each Special Survey.

Note: For fuel oil, lube oil and fresh water tanks, reference is
made to Table I11.

2.3.5.2  The minimum requirements for close-up surveys at
Special Survey are given in Table I.

2.3.5.3  The Surveyor may extend the close-up survey as
deemed necessary taking into account the maintenance of the
spaces under survey, the condition of the corrosion prevention
system and where spaces have structural arrangements or
details which have suffered defects in similar spaces or on
similar ships according to available information.

2.3.5.4  For areas in spaces where hard protective coatings
are found to be in a GOOD condition, the extent of close-up
surveys according to Table | may be specially considered.

2.3.6 Extent of Thickness Measurement

2.3.6.1 The minimum requirements for thickness
measurements at Special Survey are given in Table Il.
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2.3.6.2 Representative  thickness  measurement  to
determine both general and local levels of corrosion in the
shell frames and their end attachments in all cargo holds and
water ballast tanks is to be carried out. Thickness
measurement is also to be carried out to determine the
corrosion levels on the transverse bulkhead plating. The
thickness measurements may be dispensed with, provided the
surveyor is satisfied by the close-up examination, that there is
no structural diminution, and the hard protective coating
where applied remains efficient.

2.3.6.3 The Surveyor may extend the thickness
measurement as deemed necessary. When thickness
measurements indicate substantial corrosion, the extent of
thickness measurement is to be increased to determine the
extent of areas of substantial corrosion. Table 1V to be used as
guidance for these additional thickness measurements.

2.3.6.4  For areas in tanks where hard protective coatings
are found to be in a GOOD condition, the extent of thickness
measurement according to Table 11 to be specially considered.

2.3.6.5 Transverse sections are to be chosen where the
largest reductions are suspected to occur or are revealed from
deck plating measurements.

2.3.7 Extent of Tank Testing

2.3.7.1  All boundaries of water ballast tanks and deep
tanks used for water ballast within the cargo length area are to
be pressure tested with the head of the liquid to the top of air
pipes. For fuel oil tanks, the representative tanks are to be
pressure tested.

2.3.7.2 The Surveyor may extend the tanks testing as
deemed necessary.

2.3.7.3  Tank testing of fuel oil tanks is to be carried out
with a head of liquid to the highest point that liquid will rise
under service conditions. Tank testing of fuel oil tanks may
be specially considered based on a satisfactory external
examination of the tank boundaries, and a confirmation from
the Master stating that the pressure testing has been carried
out according to the requirements with satisfactory results.

2.3.8 Automatic Air Pipe Heads

2.3.8.1 Automatic air pipe heads are to be completely
examined (both externally and internally) as indicated in
Table V.

2.3.9 Dry Dock Survey
2.3.9.1 The Special Survey is to be held, as a rule, when
the ship is in dry-docking or on a slipway, unless a Docking

Survey has been carried out within the admissible period (see
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Ch 2 Sub 5.4). The overall and close-up surveys and thickness
measurements, as applicable, of the lower portions of the
cargo holds and water ballast tanks are to be carried out in
accordance with the applicable requirements for Special
Surveys, if not already performed.

Note: Lower portions of the cargo holds and ballast tanks are
considered to be parts below light ballast water line.
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TABLE |

Close-up Survey - General Cargo Ships carrying Solid Bulk Cargoes

Special Survey |
Age<S5

Special Survey II
5<Age<10

Special Survey |11
10<Age<15

Special Survey IV
and Subsequent
Age > 15

(A) Selected shell frames in
one forward and one aft
cargo hold and
associated tween deck
spaces

(B) One Selected cargo hold
transverse bulkhead

(C) All cargo hold hatch
covers and coamings
(plating and stiffeners)

(A) Selected shell frames in
all cargo holds and
tween deck spaces

(B) One transverse
bulkhead in each cargo
hold

(B) Forward and aft
transverse bulkhead in
one side ballast tank,
including stiffening
system

(C) One transverse web
with associated plating
and framing in two
representative water
ballast tanks of each
type (i.e. topside,
hopper side, side tank
or double bottom tank)

(D) All cargo hold hatch
covers and comings
(plating and stiffeners)

(E) Selected areas of all
deck plating and
underdeck structure
inside line of hatch
openings between cargo
hold hatches

(F) Selected areas of inner
bottom plating

(A) All shell frames in the
forward lower cargo
hold and 25% frames in
each of the remaining
cargo holds and tween
deck spaces including
upper and lower end
attachments and
adjacent shell plating

(B) All cargo hold
transverse bulkheads

(B) All transverse
bulkheads in ballast
tanks, including
stiffening system

(C) All transverse webs
with associated plating
and framing in each
water ballast tank

(D) All cargo hold hatch
covers and coamings
(plating and stiffeners)

(E) All deck plating and
underdeck structure
inside line of hatch
openings between cargo
hold hatches

(F) All areas of inner
bottom plating

(A) All shell frames in all
cargo holds and tween
deck spaces including
upper and lower end
attachments and
adjacent shell plating

Avreas (B - F) as for Special
Survey No.lll

(A) Cargo hold transverse frames.

(B) Cargo hold transverse bulkhead plating, stiffeners and girders.

(©) Transverse web frame or watertight transverse bulkhead in water ballast tanks.

(D) Cargo hold hatch covers and coamings.

(E) Deck plating and underdeck structure inside line of hatch openings between cargo hold hatches.
(F) Inner bottom plating.

See Figs 1 and 2 for the areas corresponding to (A), (B), (C), (D), (E) and (F) .

Note:

Close-up survey of cargo hold transverse bulkheads to be carried out at the following levels:
I Immediately above the inner bottom and immediately above the tween decks, as applicable.

Il.  Mid-height of the bulkheads for holds without tween decks.
I1l.  Immediately below the main deck plating and tween deck plating.
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TABLE Il Thickness measurements during Special Surveys - General Cargo Ships carrying Solid Bulk Cargoes

Special Survey | Special Survey 11 Special Survey 111 Special Survey IV and
Age<5 5<Age<10 10 < Age < 15 years Subsequent
Age > 15 years

1. Suspect areas 1. Suspect areas 1. Suspect areas 1. Suspect areas

2. Within the cargo length

2. One transverse section 2. Two transverse sections area:
of deck plating in way of within the amidships 0.5L
a cargo space within the in way of two different a) A minimum of three
amidships 0.5L cargo spaces transverse sections
within the amidships
0.5L
3. Measurement for general 3. Measurement for general
assessment and assessment and recording b) Each deck plate
recording of corrosion of corrosion pattern of outside line of cargo
pattern of those those structural members hatch openings
structural members subject to close-up survey
subject to close-up according to Table | ¢) Each bottom plate,
survey according to including lower turn
Table | 4. Within the cargo length of bilge
area, each deck plate
outside line of cargo hatch d) Duct keel or pipe
openings tunnel plating and
internals
5. All wind and water strakes
within the cargo length 3. Measurement for general
area assessment and
recording of corrosion
6. Selected wind and water pattern of those
strakes outside the cargo structural members
length area subject to Close-up
survey according to
Table |

4. All wind and water strakes
full length

Notes:

1. Thickness measurement locations should be selected to provide the best representative sampling of areas likely to be most
exposed to corrosion, considering cargo and ballast history and arrangement and condition of protective coatings.

2. For ships less than 100 metres in length, the number of transverse sections required at Special Survey I11 may be reduced to one
and the number of transverse sections at Special Survey 1V and subsequent surveys may be reduced to two.
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TABLE 111 Fuel oil, lube oil and fresh water tanks internal examination - General Cargo Ships carrying Solid Bulk
Cargoes
Tank Special Survey | Special Survey 11 Special Survey 111 Special Survey IV and
Age<5 5<Age<10 10<Age<15 Subsequent

Age > 15

Fuel Qil

Bunkertanks

Engine Room None None One One

Cargo Length Area None One Two Half, minimum 2

Lube Oil None None None One

Fresh Water None One All All

1) These requirements apply to tanks of integral (structural) type.
2) If aselection of tanks is accepted to be examined, then different tanks are to be examined at each special survey, on a

rotational basis.

3) Peak tanks (all uses) are subject to internal examination at each special survey.
4) At special surveys Il and subsequent surveys, one deep tank for fuel oil in the cargo length area is to be included, if fitted.

TABLE IV Guidance for additional thickness measurements in way of substantial corrosion

Structural member

Extent of measurement

Pattern of measurement

Plating

Suspect area and adjacent plates

Five-point pattern over 1 square metre

Stiffeners

Suspect area

Three measurements in line across each
flange and web
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TABLE V Survey requirements for automatic air pipe heads during Special Surveys - General Cargo Ships carrying Solid

Bulk Cargoes

Special Survey |
Age<S

Special Survey 11
5< Age <10

Special Survey I11 and Subsequent,
Age > 10

1. Two air pipe heads,
one port and one
starboard, located on
the exposed decks in
the forward 0.25 L,
preferably air pipes
serving ballast tanks

2. Two air pipe heads,
one port and one
starboard, on

exposed decks,
serving spaced aft of
0.25 L, preferably air
pipes serving ballast
tanks

1@

1. All air pipe heads
located on the
exposed decks in the
forward 0.25L

2.At least 20% of air
pipe heads on the
exposd decks serving
spaces aft of 0.25 L,
preferably air pipes
serving ballast tanks

1@

1. All air pipe heads
located on the
exposed decks

Notes :

(1) The selection of air pipe heads to be examined is left to the attending Surveyor.

(2) According to the results of this examination, the Surveyor may require the examination of

other heads located on the exposed decks.
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SECTION 3
Hull Surveys of Bulk Carriers

Unless expressly provided otherwise, the present
Section, apply to all self-propelled Bulk Carriers and Double-
Side Skin Bulk Carriers, of 500 GT and above.

3.1 Annual Survey
3.11 Schedule

3.1.1.1  Annual Surveys are to be held within 3 months
before or after anniversary date from the date of the Initial
Class Survey or of the date credited for the last Special
Survey.

3.1.2 General

3.1.21 The Annual Survey should consist of an
examination for the purpose of ensuring, as far as practicable,
that the hull, weather decks, hatch covers, coamings and
piping are maintained in a satisfactory condition and should
take into account the service history, condition and extent of
the corrosion prevention system of ballast tanks and areas
identified in the survey report file.

3.1.3 Examination of the hull

3.1.3.1 Examination of the hull plating and its closing
appliances as far as can be seen.

3.1.3.2 Examination of watertight penetrations as far as
practicable.

3.1.4 Hatch covers and coamings

3.1.4.1 Checking that no unapproved changes have been
made to the hatch covers, hatch coamings and their securing
and sealing devices since that last survey.

3.1.4.2 A thorough survey of cargo hatch covers and
coamings is only possible by examination in the open as well
as closed positions and should include verification of proper
opening and closing operation. As a result, the hatch cover
sets within the forward 25% of the ship’s length and at least
one additional set, such that all sets on the ship are assessed at
least once in every 5-year period, should be surveyed open,
closed and in operation to the full extent in each direction at
each Annual Survey, including:
e stowage and securing in open condition;
o proper fit and efficiency of sealing in closed
condition; and
e operational testing of hydraulic and power
components, wires, chains and link drives.
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The closing of the covers should include the fastening of all
peripheral, and cross joint cleats or other securing devices.
Particular attention should be paid to the condition of hatch
covers in the forward 25% of the ship’s length, where sea
loads are normally greatest.

3.1.4.3 If there are indications of difficulty in operating
and securing hatch covers, additional sets above those
required by 3.1.4.2 at the discretion of the surveyor, should be
tested in operation.

3.1.4.4 Where the cargo hatch securing system does not
function properly, repairs should be carried out under the
supervision of the Society. Where hatch covers or coamings
undergo substantial repairs, the strength of securing devices
should be upgraded to comply with the provisions of Annex
13 of IMO Resolution A.1049(90).

3.1.45 For each cargo hatch cover set, at each annual
survey, the following items should be surveyed:

(&) cover panels, including side plates, and stiffener
attachments that may be accessible in the open
position by close-up survey (for corrosion, cracks,
deformation);

(b) sealing arrangements of perimeter and cross joints
(gaskets for condition and permanent deformation,
flexible seals on combination carriers, gasket lips,
compression bars, drainage channels and non return
valves);

(c) clamping devices, retaining bars, cleating (for
wastage, adjustment, and condition of rubber
components);

(d) closed cover locating devices (for distortion and
attachment);

(e) chain or rope pulleys;

(f) guides;

(g) gquide rails and track wheels;

(h) stoppers;

(i) wires, chains, tensioners and gypsies;

(1) hydraulic system, electrical safety devices and
interlocks; and

(k) end and interpanel hinges, pins and stools where
fitted.

3.146 At each hatchway, at each annual survey, the
coamings, with plating, stiffeners and brackets should be
checked for corrosion, cracks and deformation, especially of
the coaming tops including close-up survey.

3.1.4.7  Where considered necessary, the effectiveness of
sealing arrangements may be proved by hose or chalk testing
supplemented by dimensional measurements of seal
compressing components.
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3.1.48 Where portable covers, wooden or steel pontoons

are fitted, checking the satisfactory condition of;:

(@) Wooden covers and portable beams, carriers or sockets
for the portable beam and their securing devices.

(b) Steel pontoons, including a close-up Survey of hatch
cover plating.

(c) Tarpaulins.

(d) Cleats, battens and wedges.

(e) Hatch securing bars and their securing devices.

(f) Loading pads/bars and the side plate edge.

(g) Guide plates and chocks.

(h) Compression bars, drainage channels and drain pipes (if

any).

3.1.49 The flame screens on vents to all bunker tanks
should be examined.

3.1.4.10 Bunker and vent piping systems, including
ventilators should be examined.

3.15 Cargo holds

3.1.5.1  For ships up to 10 years of age, an overall survey
of a representative forward and aft cargo hold is to be carried
out. Where this level of survey reveals the need for remedial
measures, the survey is to be extended to all cargo holds
(overall survey, general condition).

3.1.5.2  For Bulk Carriers over 10 to 15 years of age the

following will be required:

(@) Overall survey of all cargo holds.

(b) Close-up examination of a sufficient extent (minimum
25%) of frames, to establish the condition of the lower
region of the shell frames including approx. lower one
third length of side frame at side shell and side frame
end attachment and the adjacent shell plating in the
forward cargo hold. Where this level of survey reveals
the need for remedial measures, the survey is to be
extended to include a close-up survey of all of the shell
frames and adjacent shell plating of that cargo hold as
well as a close-up survey of sufficient extent of all
remaining cargo holds.

(c) When deemed necessary by the Surveyor, or where
extensive corrosion exists, thickness measurements are
to be carried out. If the results of these thickness
measurements indicate that substantial corrosion is
found, the extent of thickness measurements is to be
increased according to Table VII. These extended
thickness measurements should be carried out before the
annual survey is credited as completed. Suspect areas
identified at previous surveys should be examined. Areas
of substantial corrosion identified at previous surveys
should have thickness measurements taken.

(d) Where the hard protective coating in cargo holds is
found to be in GOOD condition, the extent of close-up
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surveys and thickness measurements may be specially
considered.

(e) All piping and penetrations in cargo holds, including
overboard piping, should be examined.

3.1.5.3  For Double-Side Skin Bulk Carriers over 10 to

15 years of age the following will be required:

(@) Overall survey of two selected cargo holds.

(b) When considered necessary by the surveyor, or where
extensive corrosion exists, thickness measurement
should be carried out. If the results of these thickness
measurements indicate that substantial corrosion is
found, the extent of thickness measurements should be
increased in accordance with Table VIII. These extended
thickness measurements should be carried out before the
survey is credited as complete. Suspect areas identified
at previous surveys should be examined. Areas of
substantial corrosion identified at previous surveys
should have thickness measurements taken.

(c) All piping and penetrations in cargo holds, including
overboard piping, should be examined.

3.1.54 For Bulk Carriers over 15 years of age the

following will be required:

(a) Overall survey of all cargo holds.

(b) Close-up examination of sufficient extent (minimum
25% of frames) to establish the condition of the lower
region of the shell frames including approx. lower one
third length of side frame at side shell and side frame
end attachment and the adjacent shell plating in the
forward cargo hold and one other selected cargo hold.
Where this level of survey reveals the need for remedial
measures, the survey is to be extended to include a close-
up survey of all the shell frames and adjacent shell
plating of that cargo hold as well as a close-up survey of
sufficient extent of all remaining cargo holds.

(¢) When deemed necessary by the Surveyor, or where
extensive corrosion exists, thickness measurements are
to be carried out. If the results of these thickness
measurements indicate that substantial corrosion is
found, the extent of thickness measurements should be
increased according to Table VII. These extended
thickness measurements should be carried out before the
annual survey is credited as completed. Suspect areas
identified at previous surveys should be examined. Areas
of substantial corrosion identified at previous surveys
should have thickness measurements taken.

(d) Where the hard protective coating in cargo holds is
found to be in GOOD condition, the extent of close-up
surveys and thickness measurements may be specially
considered.

(e) All piping and penetrations in cargo holds, including
overboard piping, should be examined.
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3.1.5.5 For Double-Side Skin Bulk Carriers over 15

years of age the following will be required:

(@ Overall survey of all cargo holds.

(b) When considered necessary by the Surveyor, or where
extensive corrosion exists, thickness measurement
should be carried out. If the results of these thickness
measurements indicate that substantial corrosion is
found, the extent of thickness measurements should be
increased in accordance with Table VIII. These extended
thickness measurements should be carried out before the
survey is credited as complete. Suspect areas identified
at previous surveys should be examined. Areas of
substantial corrosion identified at previous surveys
should have thickness measurements taken.

(c) All piping and penetrations in cargo holds, including
overboard piping, should be examined.

3.1.6 Ballast tanks

3.1.6.1  Sea water ballast tanks are to be surveyed, within
Annual Surveys, as a consequence of the results of the
Special and Intermediate Surveys.

3.1.6.2  When deemed necessary by the Surveyor, or where
extensive corrosion exists, thickness measurements are to be
carried out. If the results of these thickness measurements
indicate that substantial corrosion is found, the extent of
thickness measurements is to be increased according to Table
VIl or Table VIII, for Bulk Carriers and Double-Side Skin
Bulk Carriers respectively. These extended thickness
measurements should be carried out before the annual survey
is credited as completed. Suspect areas identified at previous
surveys should be examined. Areas of substantial corrosion
identified at previous surveys should have thickness
measurements taken.

3.1.7 Additional Annual Survey requirements for the
foremost cargo hold of ships subject to Regulation XI11/9
of the Convention.

3.1.7.1  Ships subject to regulation XI11/9 of the Convention
are those meeting all of the following conditions:
i Bulk Carriers of 150 m in length and upwards of
single-side skin construction;
ii.  carrying solid bulk cargoes having density of 1.78
t/m® and above;
iii.  constructed before 1 July 1999; and
iv.  constructed with an insufficient number of transverse
watertight bulkheads to enable them to withstand
flooding of the foremost cargo hold in all loading
conditions and remain afloat in a satisfactory
condition of equilibrium as specified in regulation
X11/4.4 of the Convention.

3.1.7.2  In the case of Bulk Carriers over five years of age,
the Annual Survey should include, in addition to the
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requirements of the annual surveys prescribed in this Section,
an examination of the following items.

3.1.7.3 Extent of survey

3.1.7.3.1 For Bulk Carriers of 5 to 15 years of age

An overall survey of the foremost cargo hold, including
close-up survey of sufficient extent, minimum 25 per cent of
frames, should be carried out to establish the condition of:

(a) shell frames including their upper and lower end
attachments, adjacent shell plating, and transverse
bulkheads; and

(b) areas found to be suspect areas at the previous
Special Survey.

3.1.7.3.1 Where considered necessary by the Surveyor as a
result of the overall and close-up survey as described in
3.1.7.3.1 above, the survey should be extended to include a
close-up survey of all of the shell frames and adjacent shell
plating of the cargo hold.

3.1.7.3.3 For Bulk Carriers exceeding 15 years of age

An overall survey of the foremost cargo hold, including
close-up survey should be carried out to establish the
condition of:

(a) all shell frames including their upper and lower end
attachments, adjacent shell plating, and transverse
bulkheads; and

(b) areas found to be suspect areas at the previous
Special Survey.

3.1.74 Extent of thickness measurement

3.1.7.4.1 Thickness measurement should be carried out to
an extent sufficient to determine both general and local
corrosion levels at areas subject to close-up survey, as
described above. The minimum requirement for thickness
measurements are areas found to be suspect areas at the
previous Special Survey. Where substantial corrosion is
found, the extent of thickness measurements should be
increased with the requirements of Table VII.

3.1.7.4.2 The thickness measurement may be dispensed with
provided the Surveyor is satisfied by the close-up survey,
there is no structural diminution and the protective coating,
where applied, remains effective.

3.1.7.4.3 Special consideration

Where the protective coating, as referred to in the explanatory
note below, in the foremost cargo hold is found to be in
GOOD condition, the extent of close-up surveys and
thickness measurements may be specially considered.

Explanatory note:For existing Bulk Carriers, where owners
may elect to coat or recoat cargo holds as noted above,

3
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consideration may be given to the extent of the close-up and
thickness measurement surveys. Prior to the coating of cargo
holds of existing ships, scantlings should be ascertained in the
presence of a surveyor.

3.18 Additional Annual Survey requirements after
determining compliance with regulations XII1/12 and
X11/13 of the Convention

3.1.81 For ships complying with the requirements of
regulation XI11/12 of the Convention for hold, ballast and dry
cargo space water level detectors, the Annual Survey should
include an examination and a test, at random, of the water
ingress detection systems and of their alarms.

3.1.8.2  For ships complying with the requirements of
regulation XI1/13 of the Convention for the availability of
pumping systems, the Annual Survey should include an
examination and a test, of the means for draining and
pumping ballast tanks forward of the collision bulkhead and
bilges of dry spaces any part of which extends forward of the
foremost cargo hold, and of their controls.

3.2 Intermediate Survey - General
321 General

3.2.1.1 The Intermediate Survey is to be held at or
between the 2" or 3" Annual Survey.

3.2.1.2  Requirements for Intermediate Surveys, which are
additional to the requirements for Annual Surveys, may be
surveyed either at or between the 2" and 3@ Annual Surveys.

3.2.2 Intermediate Survey of ships 5-10 years of age
3.2.2.1 Ballast tanks

3.2.2.1.1 For tanks used for water ballast, an overall survey
of representative spaces selected by the Surveyor is to be
carried out. The selection should include fore and aft peak
tanks and a number of other tanks, taking into account the
total number and type of ballast tanks. If such inspections
reveal no visible structural defects, the examination may be
limited to verification that the protective coating remains
efficient.

3.2.2.1.2 Where POOR coating condition, corrosion or other
defects are found in water ballast tanks or where protective
coating was not applied from the time of construction, the
examination is to be extended to other ballast tanks of the
same type.

3.2.2.1.3 In water ballast tanks other than double bottom

tanks, where a hard protective coating is found in POOR
condition, and it is not renewed, where soft or semi-hard
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coating has been applied, or where a hard protective coating
was not applied from the time of construction, maintenance of
class is to be subject to the tanks in question being examined
and thickness measurements carried out as considered
necessary at annual intervals.

3.2.2.1.4 When breakdown of coating is found in water
ballast double bottom tanks, where a soft or semi-hard
coating has been applied, or where a hard protecting coating
has not been applied, maintenance of class may be subject to
the tanks in question being examined at annual intervals.
When deemed necessary by the Surveyor, or where extensive
corrosion exists, thickness measurements should be carried
out.

3.2.2.1.5 In addition to the requirements above, suspect
areas identified at the previous Special Survey are to be
overall and close-up surveyed.

3.2.2.2  Cargo holds

3.2.2.21 An overall survey of all cargo holds, including

close-up survey of sufficient extent (minimum 25 % of

frames) is to be carried out to determine the condition of:

(@) Shell frames including their upper and lower end
attachments, adjacent shell plating, and transverse
bulkheads in the forward cargo hold and one other
selected cargo hold.

(b) Areas found suspect at the previous Surveys.

3.2.2.2.2 Where deemed necessary by the Surveyor as a
result of the overall and close-up surveys of a cargo hold as
described above, the survey is to be extended to include a
close-up survey of all of the shell frames and adjacent shell
plating of that cargo hold as well as a close-up survey of
sufficient extent of all remaining cargo holds.

3.2.2.3  Thickness measurements for ships 5-10 years of
age

3.2.2.3.1 Thickness measurements are to be carried out to an
extent sufficient to determine both general and local corrosion
levels at areas subject to close-up Survey as described in para
3.2.2.2.1.

3.2.2.3.2 The minimum requirement for thickness
measurements at the Intermediate Survey are areas found to
be suspect areas at the previous Surveys.

3.2.2.3.3 The extent of thickness measurement may be
specially considered provided the Surveyor is satisfied by the
close-up survey, that there is no structural diminution and the
hard protective coatings are found to be in a GOOD
condition.
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3.2.2.3.4 Where substantial corrosion is found, the extent of
thickness measurements is to be increased in accordance with
Table VII or Table VIII, for Bulk Carriers and Double-Side
Skin Bulk Carriers respectively. These extended thickness
measurements should be carried out before the survey is
credited as completed. Suspect areas identified at previous
surveys should be examined. Areas of substantial corrosion
identified at previous surveys should have thickness
measurements taken.

3.2.3 Intermediate Survey of Ships 10 - 15 years of
age

3.2.3.1 The requirements of the Intermediate Survey
should be the same extent as the previous Special Survey as
required in Sub 3.3. However, internal examination of fuel
tanks and pressure testing of all tanks are not required unless
deemed necessary by the attending Surveyor.

3.2.3.2  In application of 3.2.3.1, the Intermediate Survey
may be commenced at the second Annual Survey and be
progressed during the succeeding year with a view to
completion at the third Annual Survey.

3.2.3.3 In application of 3.2.3.1, an underwater survey
may be considered in lieu of the requirements of Dry-Dock
Survey.

3.24 Intermediate Survey of Ships over 15 years of
age

3.2.4.1 The requirements of the Intermediate Survey should
be to the same extent as the previous Special Survey.
However, pressure testing of tanks and cargo holds used for
ballast is not required unless deemed necessary by the
attending Surveyor.

3.24.2 In application of 3.2.4.1 the Intermediate Survey
may be commenced at the second Annual Survey and be
progressed during the succeeding year with a view to
completion at the third Annual Survey.

3.24.3 In application of 3.2.4.1, a survey in Dry-Dock
should be part of the intermediate survey. The overall and
close-up surveys and thickness measurements, as applicable,
of the lower portions of the cargo holds and water ballast
tanks should be carried out in accordance with the applicable
requirements for Intermediate Surveys, if not already
performed.

Note: Lower portions of the cargo holds and ballast tanks are
considered to be the parts below light ballast water line.
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3.3 Special Survey
331 Schedule

3.3.1.1 Special Surveys are to be carried out at 5-yearly
intervals to renew the Certificate of Class.

3.3.1.2  The first Special Survey is to be completed within
5 years from the date of the Initial Class Survey and thereafter
within 5 years from the credited date of the previous Special
Survey. However, an extension of class of 3 months
maximum beyond the 5™ year can be granted under
exceptional circumstances. In this case, the next class period
will start from the expiry date of the Special Survey before
the extension was granted.

3.3.1.3  For surveys completed within 3 months before the
expiry date of the Special Survey, the next class period will
start from the expiry date of the Special Survey. For surveys
completed more than 3 months before the expiry date of the
Special Survey, the class period will start from the survey
completion date.

3.3.1.4  The Special Survey may be commenced at the 4%
Annual Survey and be progressed with a view to completion
by the 5" anniversary date.

3.3.1.5  As part of the preparation for the Special Survey,
the Survey Programme is to be dealt with in advance of the
Special Survey. Thickness measurements are not to be held
before the 4™ Annual Survey.

3.3.1.6  The Special Survey is to include, in addition to the
requirements for Annual Surveys, examination, tests, and
checks of sufficient extent to ensure that the hull and related
piping are in a satisfactory condition and that the ship is fit
for its intended purpose for the new class period of 5 years to
be assigned subject to proper maintenance and operation and
to Periodical Surveys being carried out at the due dates.

3.3.1.7  All cargo holds, salt water ballast tanks including
double bottom tanks and double-side tanks, where fitted, pipe
tunnels, cofferdams and void spaces bounding cargo holds,
decks and outer hull are to be examined, and this examination
is to be supplemented by thickness measurements and testing
as required by 3.3.6 and 3.3.7, to ensure that the structural
integrity remains effective. The examination is to be
sufficient to discover substantial corrosion, significant
deformation, fractures, damages or other structural
deterioration.

3.3.1.8  All piping systems within the above spaces are to
be examined and tested under working conditions to ensure
that the tightness and condition remains satisfactory.
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3.3.1.9  The extent of survey of ballast tanks converted to
void spaces should be specially considered in relation to the
requirements for ballast tanks.

3.3.1.10 Concurrent crediting to both intermediate survey
and renewal survey for surveys and thickness measurements
of spaces should not be acceptable.

3.3.2 Dry - Dock Survey

3.3.21 A survey in dry-dock should be a part of the
Special Survey. There should be a minimum of two
inspections of the outside of the ship's bottom during the five-
year period of the certificate. In all cases, the maximum
interval between bottom inspections should not exceed 36
months.

3.3.2.2  For ships of 15 years of age and over, inspection of
the outside of the ship's bottom should be carried out with the
ship in dry-dock. For ships of less than 15 years of age,
alternate inspections of the ship's bottom not conducted in
conjunction with the Special Survey may be carried out with
the ship afloat. Inspection of the ship afloat should only be
carried out when the conditions are satisfactory and the
proper equipment and suitably qualified staff is available.

3.3.23 If a survey in dry-dock is not completed in
conjunction with the renewal survey or if the 36 month
maximum interval referred to in 3.3.2.1 is not complied with,
the Class Certificate should cease to be valid until a survey in
dry-dock is completed.

3.3.24 The overall and close-up surveys and thickness
measurements, as applicable, of the lower portions of the
cargo holds and ballast tanks should be carried out in
accordance with the applicable requirements for renewal
surveys, if not already performed.

Note : Lower portions of the cargo holds and ballast tanks are
considered to be the parts below ligt ballast water line.

3.3.3 Tank protection

3.3.3.1  Where provided, the condition of corrosion
prevention system of ballast tanks is to be examined.

3.3.3.2  For tanks used for water ballast, excluding double
bottom tanks, where a hard protective coating is found in
POOR condition and it is not renewed, where a soft or semi-
hard coating has been applied, or where a protective coating
was not applied from the time of construction, maintenance of
class will be subject to the tanks in question being examined
at annual intervals. Thickness measurements should be
carried out as deemed necessary by the Surveyor.
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3.3.3.3  When breakdown of hard protective coating is
found in water ballast double bottom tanks and it is not
renewed, where a soft or semi-hard coating has been applied,
or where a protective coating was not applied from the time
of construction, maintenance of class may be subject to the
tanks in question being examined at annual intervals. When
considered necessary by the Surveyor, or where extensive
corrosion exists, thickness measurements are to be carried
out.

3.3.3.4  Where the hard protective coating in cargo holds is
found to be in GooD condition, the extent of Close-up
Surveys and thickness measurements may be specially
considered.

3.34 Hatch covers and coamings

3.3.4.1  The hatch covers and coamings are to be surveyed

as follows:

(&) A thorough inspection of the items listed in 3.1.4 is to be
carried out in addition to all hatch covers and coamings.

(b) Checking of the satisfactory operation of all
mechanically operated hatch covers is to be made,
including:

(i) Stowage and securing in open condition.

(i) Proper fit and efficiency of sealing in closed
condition.

(iii) Operational testing of hydraulic and power
components, wires, chains, and link drives.

(c) Checking the effectiveness of sealing arrangements of all
hatch covers by hose testing or equivalent.

(d) Thickness measurements of the hatch cover and coaming
plating and stiffeners are to be carried out in accordance
with Table V or Table VI, for Bulk Carriers and Double-
Side Skin Bulk Carriers respectively.

3.35 Overall and Close-up survey

3.35.1 An overall survey of all tanks and spaces,
excluding fuel oil tanks, is to be carried out at each Special
Survey.

3.3.5.2 For fuel oil tanks the necessity for the overall
survey is to be determined on the basis of the ship’s age in
accordance with Table IV.

3.3.5.3  The minimum requirements for close-up surveys at
Special Survey are given in Table I , Table Il, or Table 11l for
Bulk Carriers, Double-Side Skin Bulk Carriers and Ore
Carriers, respectively.

3.3.5.4  The Surveyor may extend the close-up survey as
deemed necessary taking into account the maintenance of the
spaces under survey, the condition of the corrosion prevention
system and where spaces have structural arrangements or
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details which have suffered defects in similar spaces or on
similar ships according to the available information.

3.3.5.,5  For areas in spaces where hard protective coatings
are found to be in a GOOD condition, the extent of close-up

surveys according to Tables I, II, or Ill, may be specially
considered.
3.3.6 Thickness measurements at Special Survey

3.3.6.1 The minimum requirements for thickness
measurements at Special Survey are given in Table V or
Table VI, for Bulk Carriers and Double-Side Skin Bulk
Carriers respectively, depending on vessel’s age.

3.3.6.2 Representative  thickness = measurements to
determine both general and local levels of corrosion in the
shell frames and their end attachments in all cargo holds and
salt water ballast tanks is to be carried out. Thickness
measurements are also to be carried out to determine the
corrosion levels on the transverse bulkhead plating. The
extent of thickness measurements may be specially
considered provided the surveyor is satisfied by the close-up
examination, that there is no structural diminution, and the
hard protective coating where applied remains efficient.

3.3.6.3 The Surveyor may extend the thickness
measurements as deemed necessary. This applies especially
to areas with substantial corrosion and to areas defined as
suspect in the survey programme.

3.3.6.4  When substantial corrosion is found the extent of
thickness measurements is to be increased in accordance with
Table VII or Table VIII, for Bulk Carriers and Double-Side
Skin Bulk Carriers respectively. These extended thickness
measurements should be carried out before the survey is
credited as completed. Suspect areas identified at previous
surveys should be examined. Areas of substantial corrosion
identified at previous surveys should have thickness
measurements taken.

3.3.6.5 For areas in spaces where coatings are found to be
in a GooD condition the extent of thickness measurements
according to Tables V or VI may be specially considered by
I.N.S.B..

3.3.6.6  Transverse sections should be chosen where largest
reductions are suspected to occur or are revealed from deck
plating measurements.

3.3.6.7  Additional thickness are to be carried out, to the
side shell and brackets on Single Skin Bulk Carriers subject
to compliance with resolution MSC.168(79), as per Annex 15
of IMO Resolution A.1049(27).
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3.3.6.8  Additional thickness measurements are to be
carried out, to the vertically corrugated transverse bulkhead
between cargo holds No.1 and No.2, for Single Skin Bulk
Carriers of 150 m in length and above, carrying solid bulk
cargoes having density of 1.78 t/m® and above, as per Annex
11 of IMO Resolution A.1049(27).

3.3.7 Tank pressure testing at Special Survey

3.3.7.1  All boundaries of water ballast tanks, deep tanks
and cargo holds used for salt water ballast within the cargo
area length are to pressure tested.

3.3.7.2  For fuel oil tanks, only the representative tanks as
selected by the surveyor are to be pressure tested.

3.3.7.3 The Surveyor may extend the tank testing as
deemed necessary.

3.3.7.4  Boundaries of ballast tanks should be tested with a
head of liquid to the top of air pipes.

3.3.7.5  Boundaries of ballast holds should be tested with a
head of liquid to near the top of hatches.

3.3.7.6  Boundaries of fuel oil tanks should be tested with a
head of liquid to the highest point that liquid will rise under
service conditions. Tank testing of fuel oil tanks may be
specially considered based on a satisfactory external
examination of the tank boundaries and a confirmation from
the master stating that the pressure testing has been carried
out according to the requirements with satisfactory results.

3.3.7.7 The testing of double-bottom tanks and other
spaces not designed for the carriage of liquid may be omitted,
provided a satisfactory internal examination together with an
examination of the tanktop is carried out.

3.3.8 Additional Special Survey requirements after
determining compliance with regulations XII1/12 and
X11/13 of the Convention

3.3.8.1  For ships complying with the requirements of
regulation XI1/12 of the Convention for hold, ballast and dry
space water level detectors, the Special Survey should include
an examination and a test of the water ingress detection
system and of their alarms.

3.3.8.2  For ships complying with the requirements of
regulation XI11/13 of the Convention for the availability of
pumping systems, the Special Survey should include an
examination and a test of the means for draining and pumping
ballast tanks forward of the collision bulkhead and bilges of
dry spaces any part of which extends forward of the foremost
cargo hold, and of their controls.
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TABLE I

Close-up Survey - Bulk Carriers

Special Survey |
Age of ship <5 years

Special Survey 11
5 <Age <10 years

Special Survey 111
10 < Age < 15 years

Special Survey 1V and
Subsequent
Age > 15 years

(A) 25% of shell frames and
their end attachments in the
forward cargo hold at
representative positions

(A) Selected frames in the
remaining cargo holds

(B) One transverse web with
associated plating and
longitudinals in two
representative water ballast
tanks of each type (i.e.
topside, hopper side and
side tank)

(C) Two selected cargo hold
transverse bulkheads,
including internal structure
of upper and lower stools,
where fitted

(D) All cargo hold hatch covers
and coamings (plating and
stiffeners)

(A) All shell frames in the
forward cargo hold and 25%
of shell frames in each of
the remaining cargo holds
including upper and lower
end attachments and
adjacent shell

(A) For bulk carriers of 100,000
dwt and above, all shell
frames in the forward cargo
hold and 50% of shell
frames in each of the
remaining cargo holds,
including upper and lower
end attachments and
adjacent shell plating

(B) One transverse web with
associated plating and
longitudinals in each water
ballast tank

(B) Forward and aft transverse
bulkheads in one ballast
tank, including stiffening
system

(C) All cargo hold transverse
bulkheads, including internal
structure of upper and lower
stools, where fitted

(D) All cargo hold hatch covers
and coamings (plating and
stiffeners)

(E) All deck plating and under
deck structure inside line of
hatch openings between all
cargo hold hatches

(A) All shell frames in the
forward and one other
selected cargo hold and
50% of frames in each of
the remaining cargo holds,
including upper and lower
end attachments and
adjacent shell plating

(B) All transverse webs with
associated plating and
longitudinals in each water
ballast tank (i.e. topside,
hopper side and side tank).

(B) All transverse bulkheads in
ballast tanks, including
stiffening system

Areas (C), (D) and (E) as for
Special Survey Il

(A) All shell frames in all cargo
holds, including upper and
lower end attachments and
adjacent shell plating

Areas (B) - (E) as for Special
Survey Il

(A) Cargo hold transverse frame.

(B) Transverse web or watertight transverse bulkhead in water ballast tanks.
(C) Cargo hold transverse bulkhead platings, stiffeners and girders.
(D) Cargo hold hatch covers and coamings.

(E) Deck plating inside line of hatch openings between cargo hold hatches.

Note: Close-up survey of transverse bulkheads to be carried out at four levels:
Level (a) Immediately above the inner bottom and immediately above the line of gussets (if fitted) and shedders for ships without

lower stool.

Level (b) Immediately above and below the lower stool shelf plate (for those ships fitted with lower stools), and immediately above the

line of the shedder plates.

Level (c) About mid-height of the bulkhead.
Level (d) Immediately below the upper deck plating and immediately adjacent to the upper wing tank, and immediately below the
upper stool shelf plate for those ships fitted with upper stools, or immediately below the topside tank.
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TABLE 1l

Close-up Survey - Double-Side Skin Bulk Carriers

Special Survey |
Age of ship <5 years

Special Survey Il
5<Age <10 years

Special Survey 11
10 < Age < 15 years

Special Survey IV and
Subsequent
Age > 15 years

(A)One transverse web with
associated plating and
longitudinals in two
representative water
ballast tanks of each type.
This is to include the
foremost topside and
double-side water ballast
tanks on either side

(C) Two selected cargo hold
transverse bulkheads,
including internal structure
of upper and lower stools,
where fitted

(D) All cargo hold hatch covers
and coamings (plating and
stiffeners)

(A) One transverse web with
associated plating and
longitudinals as applicable
in each water ballast tank

(A) Forward and aft transverse
bulkheads including
stiffening system in a
transverse section including
topside, hopper side and
double-side ballast tanks

(B) One transverse web with
associated plating and
longitudinals in each water
ballast tank

(B) 25% of ordinary transvers
web frames in the foremost
double-side tanks

(C) One transverse bulkhead in
each cargo hold, including
internal structure of upper
and lower stools, where
fitted

(D) All cargo hold hatch covers
and coamings (plating and
stiffeners)

(E) All deck plating and under
deck structure inside line of
hatch openings between all
cargo hold hatches

(A)AII transverse webs with
associated plating and
longitudinals as applicable in
each water ballast tank

(B)AII transverse bulkheads
including stiffening system in
each water ballast tank

(B)25% of ordinary transverse
web frames in all double-side
tanks

(C)All cargo hold transverse
bulkheads including internal
structure of upper and lower
stools, where fitted

Areas (D) and (E) as for Special
Survey Il

(A)AII transverse webs with
associated plating and
longitudinals as applicable
in each water ballast tank

(A)AII transverse bulkheads
including stiffening system
in each water ballast tank

(B)AII ordinary transverse
frames in all double-side
tanks

Areas (C), (D) and (E) as for
Special Survey Il

(A) Transverse web frame or watertight transverse bulkhead in topside, hopper side and double-side ballast tanks. In fore and aft peak
tanks transverse web frame means a complete transverse web frame ring including adjacent structural members.

(B) Ordinary transverse frame in double-side tanks.

(C) Cargo hold transverse bulkhead, plating, stiffeners and girders.
(D) Cargo hold hatch covers and coamings.

(E) Deck plating and under-deck structure inside line of hatch openings between cargo hold hatches.

Note: Close-up survey of transverse bulkheads should be carried out at four levels:
Level (a) Immediately above the inner bottom and immediately above the line of gussets (if fitted) and shedders for ships

without lower stool.

Level (b) Immediately above and below the lower stool shelf plate (for those ships fitted with lower stools), and immediately
above the line of the shedder plates.

Level (c) About mid-height of the bulkhead.

Level (d) Immediately below the upper deck plating and immediately adjacent to the upper wing tank, and immediately below the
upper stool shelf plate for those ships fitted with upper stools, or immediately below the topside tanks.
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TABLE 111

Close-up Survey - Ore carriers

Special Survey |
Age of ship <5 years

Special Survey 11
5<Age<10 years

Special Survey 111
10 < Age < 15 years

Special Survey 1V and
Subsequent
Age > 15 years

(A) One web frame ring
complete including
adjacent structural
members in a ballast wing
tank

(A) One transverse bulkhead
lower part — including
girder system and adjacent
structural members —in a
ballast tank

(C) Two selected cargo hold
transverse bulkheads,
including internal structure
of upper and lower stools,
where fitted.

(D) All cargo hold hatch covers
and coamings (plating and
stiffeners)

(A) All web frame rings
complete including adjacent
structural members in a
ballast wing tank

(A) One deck transverse
including adjacent deck
structural members in each
remaining ballast tank

(A) Forward and aft transverse
bulkheads complete —
including girder system and
adjacent structural members
— in a ballast wing tank

(A) One transverse bulkhead
lower part — including girder
system and adjacent
structural members — in
each remaining ballast tank

(C) One transverse bulkhead in
each cargo hold, including
internal structure of upper
and lower stools, where
fitted

(D) All cargo hold hatch covers
and coamings (plating and
stiffeners)

(E) All deck plating and under
deck structure inside line of
hatch openings between all
cargo hold hatches

(A) All web frame rings
complete including adjacent
structural members in each
ballast tank

(A) All transverse bulkheads
complete — including girder
system and adjacent
structural members — in
each ballast tank

(A) One web frame ring
complete including adjacent
structural members in each
wing void space

(A) Additional web frame rings
in void spaces as deemed
necessary

(C) All cargo hold transverse
bulkheads, including
internal structure of upper
and lower stools, where
fitted

(D) All cargo hold hatch covers
and coamings (plating and
stiffeners)

(E) All deck plating and under
deck structure inside line of
hatch openings between all
cargo hold hatches

as for Special Survey Il

(A) Transverse web frame or watertight transverse bulkhead in ballast wing tanks and void spaces. In fore and aft peak tanks transverse
web frame means a complete transverse web frame ring including adjacent structural members.
(C) Cargo hold transverse bulkhead plating, stiffeners and girders.
(D) Cargo hold hatch covers and coamings.

(E) Deck plating and under deck structure inside line of hatch openings between cargo hold hatches.

Note: Close-up survey of transverse bulkheads should be carried out at four levels:
Level (a) Immediately above the inner bottom and immediately above the line of gussets (if fitted) and shedders for ships

without lower stool.

Level (b) Immediately above and below the lower stool shelf plate (for those ships fitted with lower stools), and immediately
above the line of the shedder plates.

Level (c) About mid-height of the bulkhead.

Level (d) Immediately below the upper deck plating and immediately adjacent to the upper wing tank, and immediately below the
upper stool shelf plate for those ships fitted with upper stools, or immediately below the topside tanks.
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TABLE IV Fuel oil tanks in the cargo length area, survey requirements

Special Survey |

Special Survey Il

Special Survey 11

Special Survey 1V and

Age of ship <5 years 5<Age<10 10 < Age < 15 years Subsequent
Age > 15 years
None One Two Half, minimum two

Notes:

rotational basis.

fitted.

1. These requirements apply to tanks of integral (structural) type.
2. If a selection of tanks is accepted to be examined, then different tanks should be examined at each renewal survey, on a

3. Peak tanks (all uses) should be examined internally at each renewal survey.
4. At renewal survey No.3 and subsequent renewal surveys, one deep tank for fuel oil in the cargo area should be included, if

L.N.S.B. Issue 04/Rev. 01/9-2019
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TABLE V Thickness measurements at Special Surveys - Bulk Carriers

Special Survey |
Age of ship <5 years

Special Survey Il
5<Age <10 years

Special Survey 111
10 < Age < 15 years

Special Survey 1V and
Subsequent
Age > 15 years

1. Suspect areas

. Suspect areas

. Within the cargo length:

Two transverse sections of
deck plating outside line of
cargo openings.

. Measurements, for general

assessment and recording
of corrosion pattern, of
those structural members
subject to Close-up Survey
according to Table |

. Wind and water strakes in

way of the transverse
sections considered under
point 2 above

. Selected wind and water

strakes outside the cargo
length area

. Additional thickness

measurements to the side
shell and brackets on ships
subject to compliance with
resolution MSC.168(79), as
per IMO Resolution
1049(27)

1. Suspect areas

2. Within the cargo length

area:

a) Each deck plate outside
line of cargo hatch
openings

b) Two transverse sections,
one of which in the
midship area, outside line
of cargo hatch openings

. Measurements, for general
assessment and recording
of corrosion pattern, of
those structural members
subject to Close-up Survey
according to Table |

. All wind and water strakes
within the cargo length area

. Selected wind and water
strakes outside the cargo
length area

. Additional thickness
measurements to the side
shell and brackets on ships
subject to compliance with
resolution MSC.168(79), as
per IMO Resolution
1049(27)

. Additional thickness
measurements applicable to
the vertically corrugated
transverse bulkhead
between cargo holds No.1
and No.2, for Bulk Carriers
of 150 m in length and
above, carrying solid bulk
cargoes having density of
1.78 t/m® and above, as per
Annex 11 of IMO
Resolution A.1049(27).

1. Suspect areas

2. Within the cargo length
area:

a) Each deck plate outside
line of cargo hatch
openings

b) Three transverse sections,
one of which in the
midship area, outside line
of cargo hatch openings

¢) Each bottom plate

3. Measurements, for general
assessment and recording
of corrosion pattern, of
those structural members
subject to Close-up Survey
according to Table |

4. All wind and water
strakes, full length

5. Additional thickness
measurements to the side
shell and brackets on ships
subject to compliance with
resolution MSC.168(79),
as per Annex 15 of IMO
Resolution A.1049(27)

6. Additional thickness
measurements applicable
to the vertically corrugated
transverse bulkhead
between cargo holds No.1
and No.2, for Bulk
Carriers of 150 m in
length and above, carrying
solid bulk cargoes having
density of 1.78 t/m® and
above, as per Annex 11 of
IMO Resolution
A.1049(27).
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TABLE VI

Thickness measurements at Special Surveys - Double-Side Skin Bulk Carriers

Special Survey |
Age of ship <5 years

Special Survey Il
5<Age<10 years

Special Survey 111
10 < Age < 15 years

Special Survey 1V and
Subsequent
Age > 15 years

1. Suspect areas

. Suspect areas

. Within the cargo length:

Two transverse sections of
deck plating outside line of
cargo openings

. Measurements, for general

assessment and recording
of corrosion pattern, of
those structural members
subject to Close-up Survey
according to Table 1l

. Wind and water strakes in

way of the transverse
sections considered under
point 2 above.

. Selected wind and water

strakes outside the cargo
length area

1. Suspect areas

2. Within the cargo length
area:

a) Each deck plate outside
line of cargo hatch
openings

b) Two transverse sections,
one of which in the
midship area, outside line
of cargo hatch openings

3. Measurements, for general
assessment and recording
of corrosion pattern, of
those structural members
subject to Close-up Survey
according to Table Il

4. All wind and water strakes

within the cargo length area

5. Selected wind and water
strakes outside the cargo
length area

1. Suspect areas

2. Within the cargo length
area:

a) Each deck plate outside
line of cargo hatch
openings

b) Three transverse sections,
one of which in the
midship area, outside line
of cargo hatch openings

¢) Each bottom plate

3. Measurements, for general
assessment and recording
of corrosion pattern, of
those structural members
subject to Close-up Survey
according to Table Il

4. All wind and water
strakes, full length

L.N.S.B. Issue 04/Rev. 01/9-2019
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TABLE VII — Sheet 1 Requirements for extent of thickness measurements at areas of substantial corrosion. Bulk

Carriers.

SHELL PLATING

Structural member

Extent of measurement

Pattern of measurement

1. Bottom and side shell plating

2. Bottom / side shell longitudinals

a) Suspect plate plus four adjacent plates

b) See other tables for particulars on
gauging in way of tanks and cargo
holds

Minimum of 3 longitudinals in way of
suspect areas

Five-point pattern for each panel

between longitudinals

Three measurements in line across web
and 3 measurements on flange

Three measurements on flange

TRANSVERSE BULKHEADS IN CARGO HOLDS

Structural member

Extent of measurement

Pattern of measurement

1. Lower stool

2. Transverse bulkhead

a) Transverse band within 25 mm of
welded connection to inner bottom

b) Transverse band within 25 mm of
welded connection to shell plate

a) Transverse band at approximately
mid-height

b) Transverse band at part of bulkhead
adjacent to upper deck or below upper
stool shell plate (for ships fitted with
upper stools)

a) Five-point pattern between stiffeners
over 1 metre length

b) Ditto

a) Five-point pattern over 1 m?2 of plating

b) Five-point pattern over 1 m? of plating

L.N.S.B. Issue 04/Rev. 01/9-2019
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TABLE VII
Carriers.

- Sheet 2 Requirements for extent of thickness measurements at areas of substantial corrosion. Bulk

DECK STRUCTURE INCLUDING CROSS STRIPS, MAIN CARGO HATCHWAYS, HATCH COVERS, COAMINGS AND TOPSIDE TANKS

Structural member

Extent of measurement

Pattern of measurement

1. Cross-deck strip plating

2. Under-deck stiffeners

3. Hatch covers

4. Hatch coamings

5. Topside water ballast tanks

6. Main deck plating

7. Main deck longitudinals

8. Web frames / transverses

Suspect cross-deck strip plating

a)
b)

a)
b)

Transverse members

Longitudinal member

Side and end skirts, each three
locations.
Three longitudinal bands, outboard

strakes (2) and centreline strake (1)

Each side and end of coaming, one band
lower third, one band upper two thirds of
coaming

a)

b)

c)

d)

Watertight transverse bulkheads
i. Lower third of bulkhead

ii. Upper two thirds of bulkhead
iii. Stiffeners

Two representative swash transverse
bulkheads

i. Lower third of bulkhead

ii. Upper two thirds of bulkhead

iii. Stiffeners

Three representative bays of slope
plating

i. Lower third of tank

ii. Upper two thirds of tank

Longitudinals, suspect and adjacent

Suspect plates and adjacent (4)

Minimum of three longitudinals where
plating measured

Suspect plates

Five-point pattern between underdeck
stiffeners over 1 m length

a) Five-point pattern at each end and
mid-span

b) Five-point pattern on both web and
flange

a) Five-point pattern at each location

b) Five-point measurement each band

Five-point measurement at each band,
i.e. end or side of coaming

Five-point pattern over 1 m? of plating

ii. Five-point pattern over 1 m? of plating
iii.

Five-point pattern over 1 m length

Five-point pattern over 1 m? of plating

ii. Five-point pattern over 1 m? of plating
iii.

Five-point pattern over 1 m length

Five-point pattern over 1 m? of plating

ii. Five-point pattern over 1 m? of plating

d) Five-point pattern both web and flange

over 1 m length

Five-point patter over 1 m? of plating

Five-point pattern on both web and flange
over 1 m length

Five-point pattern over 1m?
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TABLE VII — Sheet 3 Requirements for extent of thickness measurements at areas of substantial corrosion. Bulk Carriers.

DOUBLE BOTTOM AND HOPPER STRUCTURE

Structural member Extent of measurement Pattern of measurement
1. Inner/Double bottom plating Suspect plate plus all adjacent plates Five-point pattern for each panel
between longitudinals over 1 m length
2. Inner/Double bottom longitudinals Three longitudinals  where  plates| Three measurements in line across web,
measured and three measurements on flange
3. Longitudinal girders of transverse | Suspect plates Five-point pattern over about 1m?
floors.
4. Watertight bulkheads (WT floors) a) lower third of tank a) Five-point pattern over 1m? of
plating
b) upper two thirds of tank b) Five-point pattern alternate plates
over 1m? of plating
5. Web frames Suspect plates Five-point pattern over 1m?of plating
6. Bottom/Side shell longitudinals Minimum of three longitudinals in way of | Three measurements in line across web
suspect areas Three measurements on flange
CARGO HOLDS
Structural member Extent of measurement Pattern of measurement
1. Side shell frames Suspect frame and each adjacent a) At each end and mid span: five-point

pattern of both web and flange

b) Five-point pattern with 25 mm of
welded attachment to both shell and
lower slope plate

16
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TABLE VIII — Sheet 1 Requirements for extent of thickness measurements at areas of substantial corrosion. Double-Side Skin

Bulk Carriers.

BOTTOM, INNER BOTTOM AND HOPPER STRUCTURE

Structural member

Extent of measurement

Pattern of measurement

1. Bottom, inner bottom and hopper
structure plating

2. Bottom, inner bottom and hopper
structure longitudinals

3. Bottom girders, including the

watertight ones

4. Bottom floors, including the

watertight ones

5. Hopper structure web frame ring

6. Hopper structure transverse
watertight bulkhead or swash bulkhead

7. Panel stiffening

Minimum of three bays across double-
bottom tank, including aft bay
Measurements around and under all
suction bell mouths

Minimum of three longitudinals in each
bay where bottom plating measured

At fore and aft watertight floors and in
centre of tanks

Three floors in the bays where bottom
plating measured, with measurements at
both ends and middle

Three floors in bays where bottom plating
measured

— lower third of bulkhead

— upper two thirds of bulkhead
— stiffeners (minimum of three)

Where applicable

Five-point pattern for each panel
between longitudinals and floors

Three measurements in line across
flange, and three measurements on the
vertical web

Vertical line of single measurements on
girder plating with one measurement
between each panel stiffener, or a
minimum of three measurements

Five-point pattern over about 2m?

Five-point pattern over 1 m? of plating
Single measurements on flange

Five-point pattern over 1 m?of plating
Five-point pattern over 2 m?of plating
For web, five-point pattern over span
(two measurements across web at each
end and one at centre of span). For
flange, single measurements at each end
and centre of span

Single measurements
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TABLE VIII

Side Skin Bulk Carriers.

- Sheet 2 Requirements for extent of thickness measurements at areas of substantial corrosion. Double-

DECK STRUCTURE INCLUDING CROSS STRIPS, MAIN CARGO HATCHWAYS, HATCH COVERS, COAMINGS AND TOPSIDE

TANKS

Structural member

Extent of measurement

Pattern of measurement

1. Cross-deck strip plating

2. Under-deck stiffeners

3. Hatch covers

4. Hatch coamings

5. Topside water ballast tanks

6. Main deck plating

7. Main deck longitudinals

8. Web frames / transverses

Suspect cross-deck strip plating

c) Transverse members

d) Longitudinal member

a) Side and end skirts, each three
locations.
b) Three longitudinal bands, outboard

strakes (2) and centreline strake (1).

Each side and end of coaming, one band
lower third, one band upper two thirds of
coaming

a) Watertight transverse bulkheads
i. Lower third of bulkhead
ii. Upper two thirds of bulkhead
iii. Stiffeners

b) Two representative swash transverse
bulkheads
i. Lower third of bulkhead
ii. Upper two thirds of bulkhead
iii. Stiffeners

c) Three representative bays of slope
plating
i. Lower third of tank
ii. Upper two thirds of tank

d) Longitudinals, suspect and adjacent

Suspect plates and adjacent (4)

Minimum of three longitudinals where
plating measured

Suspect plates

Five-point pattern between underdeck
stiffeners over 1 m length

c) Five-point pattern at each end and
mid-span

d) Five-point pattern on both web and
flange

c) Five-point pattern at each location

d) Five-point measurement each band

Five-point measurement at each band,
i.e. end or side of coaming

iv. Five-point pattern over 1 m? of plating
v. Five-point pattern over 1 m? of plating
vi. Five-point pattern over 1 m length

iv. Five-point pattern over 1 m? of plating
v. Five-point pattern over 1 m? of plating
vi. Five-point pattern over 1 m length

iii. Five-point pattern over 1 m? of plating
iv. Five-point pattern over 1 m? of plating

d) Five-point pattern both web and flange
over 1 m length

Five-point patter over 1 m? of plating

Five-point pattern on both web and flange

over 1 m length

Five-point pattern over 1 m?
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TABLE VIII

Side Skin Bulk Carriers.

- Sheet 3 Requirements for extent of thickness measurements at areas of substantial corrosion. Double-

STRUCTURE IN DOUBLE-SIDE SPACES OF DOUBLE-SIDE SKIN BULK CARRIERS INCLUDING WING

VOID SPACES OF ORE CARRIERS

Structural member

Extent of measurement

Pattern of measurement

1. Side shell and inner plating:
i.  Upper strake and strakes in way
of horizontal girders

ii. All other strakes

2. Side shell and inner side transverse
frames/ longitudinals on:
i.  upper strake

ii. all other strakes

3. Transverse frames/ longitudinals:
brackets

4. Vertical web and transverse
bulkheads:
i.  strakes in a way of horizontal
girders
ii. other strakes

Horizontal girders

Panel stiffening

i.  Plating between each pair of
transverse frames/longitudinals
in a minimum of three bays
(along the tank)

ii. Plating between every third pair
of longitudinals in same three
bays

i.  Each transverse frame/
longitudinal in same three bays

ii. Every third transverse
frame/longitudinal in same three
bays

Minimum of three at top, middle and
bottom of tank in same three bays

i Minimum of two webs and both
transverse bulkheads

ii. Minimum of two webs and both
transverse bulkheads

Plating on each girder in a minimum of
three bays

Where applicable

i.  Single measurement

ii. Single measurement

i Three measurements across web
and one measurement on flange
ii. Three measurements across web
and one measurement on flange

Five-point pattern over area of bracket

i. Five-point pattern over
approximately 2 m? area

ii.  Two measurements between each
pair of vertical stiffeners

Two measurements between each pair of
longitudinal girder stiffeners

Single measurements
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TABLE VIII - Sheet 4 Requirements for extent of thickness measurements at areas of substantial corrosion. Double-

Side Skin Bulk Carriers.

TRANSVERSE BULKHEADS IN CARGO HOLDS

Structural member Extent of measurement Pattern of measurement
Lower stool, where fitted i.  Transverse band within 25 mm of i Five-point pattern between
welded connection to inner stiffeners over 1 m length
bottom
ii.  Transverse bands within 25 mm ii. Five-point pattern between
of welded connection to shelf stiffeners over 1 m length
plate
Transverse bulkheads i.  Transverse band at i.  Five-point pattern over 1 m? of
approximately mid height plating
ii. Transverse band at part of ii. Five-point pattern over 1 m? of
bulkhead adjacent to upper deck plating
or below upper stool shelf plate
(for those ships fitted with upper
stools)

20
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SECTION 4
Hull Surveys of Oil Tankers

Unless expressly provided otherwise, the present
Section, apply to all self-propelled, Double Hull Oil Tankers
and Oil Tankers other than Double Hull, of 500 GT and
above.

4.1 Annual Survey
4.1.1 Schedule

4111 Annual Surveys are to be held within 3 months
before or after anniversary date from date of the Initial Class
Survey or of the date credited for the last Special Survey.

412 Scope

4.1.2.1 The Annual Survey is to ensure that the cargo
handling installations and pertinent safety equipment are in
good working order. Surveys are preferably to be carried out
during loading or discharging operations.

4.1.2.2  For the aforementioned Survey, access to cargo
holds/tanks or other spaces within the cargo area
necessitating gas freeing is not required normally, unless
checking of the equipment for correct functioning is not
possible otherwise.

41.3 Examination of the hull

4.1.3.1 Examination of the hull plating and its closing
appliances as far as can be seen.

4.1.3.2 Examination of watertight penetrations as far as
practicable.

414 Weather decks

4.1.4.1  For weather decks the Survey will consist of the

following:

(a) Examination of cargo tank openings including gaskets,
covers, coamings and flame screens.

(b) Examination of cargo tank pressure/vacuum valves and
flame screens.

(c) Examination of flame screens on vents to all bunker,
oily ballast and slop tanks and void spaces.

(d) Examination of cargo, crude oil washing, bunker,
ballast and vent piping systems, including remote
control valves, safety valves and various safety devices,
as well as vent masts and headers.

415 Cargo pump rooms and pipe tunnels

4151 For cargo pump rooms and pipe tunnels the
Survey will consist of:

L.N.S.B. Issue 04/Rev. 01/9-2019

(a) Confirmation that potential sources of ignition in or
near the cargo pump room are eliminated, such as loose
gear, excessive product in bilges, excessive vapours,
combustible materials, etc. and that access ladders are
in satisfactory condition.

(b) Examination of pump room bulkheads for signs of oil
leakage or fractures and, in particular, the sealing
arrangements of penetrations in pump room bulkheads.

(c) Examination of the condition of all piping systems in
cargo pump rooms and pipe tunnels (if any).

(d) Examination, as far as practicable, of cargo, bilge,
ballast and stripping pumps for excessive gland seal
leakage, verification of proper operation of electrical
and mechanical remote operating and shutdown
devices and operation of pump room bilge system, and
checking that pump foundations are intact.

(e) Confirmation that the pump room ventilation system is
operational, ducting intact and that dampers are
operational and screens clean.

4.1.6 Electrical installations

4.16.1 In gas-dangerous spaces and zones the electrical
equipment, including cables and their supports is to be
visually examined, particularly regarding explosion
protection.

4.1.7. Fire-extinguishing systems

4.1.7.1 The Annual Survey of the fire-extinguishing

systems will include:

(a) External inspection of all systems for the cargo tank
area, including the pump room.

(b) Checking of the foam fire extinguishing and/or water
spraying system on deck, including the supplies of
foam concentrate and testing that the minimum number
of jets of water at the required pressure in the fire main
is obtained, when the system is in operation.

4.1.8 Inert gas systems

4.1.8.1 Annual Survey of the inert gas system will

include:

(a) External examination of important system components
for wear and corrosion.

(b) External examination of piping, fittings and safety
equipment, including operational test of the blowers.

(c) Checking of the soot blowers as to interlocking.

(d) Checking of the alarm, recording and safety equipment.

419 Ballast tanks
4.1.9.1 Ballast tanks are to be examined when required as

a consequence of the results of the Special and Intermediate
Surveys.
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4.1.9.2 When deemed necessary by the Surveyor, or
when extensive corrosion exists, thickness measurements
are to be carried out and, if the results of these thickness
measurements indicate that substantial corrosion is found,
the extent of thickness measurements is to be increased in
accordance with Table V or Table VI, for Oil Tankers and
Double Hull Oil Tankers, respectively. These extended
thickness measurements are to be carried out before the
survey is credited as completed. Suspect areas identified at
previous surveys are to be examined. Areas of substantial
corrosion identified at previous survey are to have thickness
measurements taken.

4.1.9.3 For Oil Tankers exceeding 15 years of age all
ballast tanks adjacent to (i.e. with a common plane
boundary) a cargo tank with heating coils are to be
examined internally. When deemed necessary by the
Surveyor, thickness measurements are to be carried out and,
if the results of these measurements indicate that substantial
corrosion is present, the extent of thickness measurements is
to be increased in accordance with Table IV.

4.1.94  Tanks or areas where coating was found to be in
GooD condition at the previous Intermediate or Special
Survey may be specially considered by the Society.

4.1.10 Miscellaneous

4.1.10.1 On the occasion of the Annual Survey the

following items are also to be examined:

(a) Special arrangements related to damage control, e.g.
sliding bulkhead doors in accordance with the approved
damage control plan.

(b) Cargo sample stowage spaces.

(c) Gas detection instruments.

(d) Cargo information, safety instructions.

(e) Level indicators systems, high level alarms and if any,
valves associated with overflow control.

4.2 Intermediate Survey
42.1 Schedule

4211 The Intermediate Survey is to be held at or
between either the 2™ or 3™ Annual Survey.

4.2.1.2  The following requirements, which are additional
to the requirements of the Annual Surveys, may be surveyed
either at or between the 2" and 3@ Annual Survey.

4.2.2 Scope - General

4.2.21 The scope of the Intermediate Survey of cargo

and ballast tanks dependent on the age of the vessel is
specified in 4.2.3 t0 4.2.5.
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4.2.2.2 For weather decks, an examination as far as
practicable of cargo, crude oil washing, bunker, ballast,
steam and vent piping systems as well as vent masts and
headers is to be carried out. If upon examination there is any
doubt as to the condition of the piping, the piping may be
required to be pressure tested, thickness measured or both.

4.2.2.3  Concurrent crediting to both Intermediate Survey
and Special Survey, for surveys and thickness measurements
of spaces are not acceptable.

4.2.3 Ships 5 - 10 years of age
4.2.3.1  The provisions of 4.2.2.2 are to be met.

4.2.3.2 For Double Hull Oil Tankers, an overall survey
of representative tanks, used for salt-water ballast, selected
by the Surveyor should be carried out. If the overall survey
of salt water ballast tanks reveals no visible structural
defects, the examination may be limited to verification that
the protective coatings remain in GOOD condition.

4.2.3.3 For Oil Tankers other than Double Hull, all
Ballast Tanks are to be examined. When considered
necessary by the surveyor, thickness measurements and
testing are to be carried out to ensure that the structural
integrity remains effective.

4.2.3.4 A Ballast Tank is to be examined at subsequent
annual intervals where :

(a) a hard protective coating has not been applied from the
time of construction, or

(b) a soft or semi-hard coating has been applied, or

(c) substantial corrosion is found within the tank, or

(d) the hard protective coating is found to be in less than
GOOD condition and the hard protective coating is not
repaired to the satisfaction of the Surveyor.

4.2.3.5 In addition to the requirements above, suspect
areas identified at previous surveys are to be examined.

4.24 Ships 10 to 15 years of age

4.24.1  The requirements of the Intermediate Survey are
to be to the same extent as the previous Special Survey.
However, pressure testing of cargo and ballast tanks and the
requirements for longitudinal strength evaluation of Hull
Girder as required in Sec 1 para 1.13.2, are not required,
unless deemed necessary by the attending Surveyor.

4.2.4.2 In application of 4.2.4.1, the Intermediate Survey
may be commenced at the second Annual Survey and be
progressed during the succeeding year with a view to
completion at the third Annual Survey.
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4243 In application of 4.2.4.1, an underwater survey
may be considered in lieu of the requirements for Dry-
Docking survey.

4.25 Ships over 15 years of age

4251 The requirements of the Intermediate Survey
should be to the same extent as the previous Special Survey.
However, pressure testing of cargo and ballast tanks and the
requirements for longitudinal strength evaluation of Hull
Girder as required in Sec 1 para 1.13.2, are not required
unless deemed necessary by the attending surveyor.

4.25.2 In application of 4.2.5.1 the Intermediate Survey
may be commenced at the second Annual Survey and be
progressed during the succeeding year with a view to
completion at the third Annual Survey.

4253 In application of 4.2.5.1, a survey in dry-dock
should be part of the Intermediate Survey. The overall and
close-up surveys and thickness measurements, as applicable,
of the lower portions of the cargo tanks and water ballast
tanks should be carried out in accordance with the
applicable requirements for Intermediate Surveys, if not
already carried out.

Note: Lower portions of the cargo and ballast tanks are
considered to be the parts below light ballast water line.

4.2.6 Electrical installations

4.2.6.1 Irrespective of the vessel’s age electrical
equipment cables in gas-dangerous spaces, such as pump
rooms and spaces adjacent to cargo tanks, are to be
inspected and insulation measurements are to be carried out.
Any measurement protocols kept on board may be
considered.

4.2.6.2 For ships aged 10 years or over, in gas-

dangerous areas the following additional checks are to be

made:

(a) Protective earthing of system components (spot
checks).

(b) Integrity of certified safe-type equipment.

(c) Damages to outer sheet of cables.

(d) Function testing of pressurized equipment and of
associated alarms.

4.3 Special Survey
43.1 General

4.3.1.1  Special Surveys are to be carried out at 5-yearly
intervals to renew the Certificate of Class.
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4.3.1.2  The first Special Survey is to be completed within
5 years from the date of the Initial Class Survey and
thereafter within 5 years from the credited date of the
previous Special Survey. However, an extension of class of
3 months maximum beyond the 5" year can be granted
under exceptional circumstances. In this case, the next
period of class will start from the expiry date of the Special
Survey before the extension was granted.

4.3.1.3  For surveys completed within 3 months before
the expiry date of the Special Survey, the next class period
will start from the expiry date of the Special Survey. For
surveys completed more than 3 months before the expiry
date of the Special Survey, the class period will start from
the survey completion date.

4.3.1.4  The Special Survey may be commenced at the 4™
Annual Survey and be progressed with a view to completion
by the 5" anniversary date.

4.3.1.5  As part of the preparation for the Special Survey,
the Survey Programme should be dealt with, in advance of
the Special Survey. The thickness measurements are not to
be held before the 4" Annual Survey.

4.3.1.6  The Special Survey is to include, in addition to
the requirements of the Annual Survey, examinations, tests
and checks of sufficient extent to ensure that the hull and
related piping is in a satisfactory condition and is fit for its
intended purpose for the new period of class of 5 years to be
assigned, subject to proper maintenance and operation and
to Periodical Surveys being carried out at the due dates.

4.3.1.7  All cargo tanks, salt water ballast tanks including
double bottom tanks, and any other tanks in double-hull
spaces, pump rooms, pipe tunnels, cofferdams and void
spaces bounding cargo tanks, decks and outer hull are to be
examined, and this examination is to be supplemented by
thickness measurement and testing as required by 4.3.5 and
4.3.6, to ensure that the structural integrity remains
effective. The aim of the examination is to discover
substantial corrosion, significant deformation, fractures,
damages or other structural deterioration, that may be
present.

4.3.1.8 Cargo piping on deck, including Crude Oil
Washing (COW) piping, and cargo and ballast piping within
the above tanks and spaces are to be examined and
operationally tested to working pressure to the Surveyor’s
satisfaction to ensure that tightness and condition remain
satisfactory.

4.3.1.9 Special attention is to be given to any ballast
piping in cargo tanks and any cargo piping in ballast tanks
and void spaces, and Surveyors are to be advised on all
occasions when this piping, including valves and fittings,

3
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are opened out during repair periods and can be examined
internally.

4.3.1.10 The survey extent of combined ballast/cargo
tanks should be evaluated based on the records of ballast
history and extent of the corrosion prevention system
provided.

4.3.2 Dry-Dock Survey

4321 A survey in dry-dock should be a part of the
Special Survey. There should be a minimum of two
inspections of the outside of the ship's bottom during the
five-year of the Class period. In all cases, the maximum
interval between bottom inspections should not exceed 36
months.

4.3.2.2  For ships of 15 years of age and over, inspection
of the outside of the ship’s bottom should be carried out with
the ship in dry-dock. For ships of less than 15 years of age,
alternate inspections of the ship's bottom not conducted in
conjunction with the Special Survey may be carried out with
the ship afloat. Inspection of the ship afloat should only be
carried out when the conditions are satisfactory and the
proper equipment and suitably qualified staff is available.

43.2.3 If a survey in dry-dock is not completed in
conjunction with the Special Survey or if the 36 month
maximum interval referred to in 4.3.2.1 is not complied
with, the Class Certificate should cease to be valid until a
survey in dry-dock is completed.

4.3.24 The overall and close-up surveys and thickness
measurements, as applicable, of the lower portions of the
cargo tanks and ballast tanks should be carried out in
accordance with the applicable requirements for Special
Surveys, if not already performed.

Note: Lower portions of the cargo and ballast tanks are
considered to be the parts below light ballast water line.

4.3.3 Tank protection

4.3.3.1  Where provided, the condition of the corrosion

prevention system of cargo tanks should be examined. A

ballast tank should be examined at subsequent annual

intervals where:

(a) ahard protective coating has not been applied from the
time of construction; or

(b) a soft or semi-hard coating has been applied; or

(c) substantial corrosion is found within the tank; or

(d) the hard protective coating is found to be in less than
GOOD condition and the hard protective coating is not
repaired to the satisfaction of the surveyor.
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Thickness measurement should be carried out as deemed
necessary by the surveyor.

4.3.4 Extent of Overall and Close-up Surveys

4.3.4.1  An Overall survey of all tanks and spaces is to be
carried out at each Special Survey. Suspect areas identified
at previous surveys should be examined.

4.3.4.2  The minimum requirements for close-up surveys
of Oil Tankers and Double Hull Oil Tankers, at Special
Survey, are given in Table | or Table II respectively.

4.3.4.3 The Surveyor may extend the close-up survey as

deemed necessary taking into account the maintenance of

the tanks under survey, the condition of the corrosion
protection system and also in the following cases:

(@) In particular, tanks having structural arrangements or
details which have undergone defects in similar tanks
or on similar ships according to available information.

(b) In tanks which have structures approved with reduced
scantlings due to an approved corrosion control system.

4.3.4.4  For areas in tanks where hard protective coatings
are found to be in GOOD condition, the extent of close-up
surveys may be specially considered by the Society.

4.3.5 Extent of Thickness measurements at Special
Survey

4.3.5.1 The minimum requirements for the thickness
measurements of Qil Tankers and Double Hull Qil Tankers
at Special Survey are given in Table I1I.

4.3.5.2 Provisions for extended measurements in areas
with substantial corrosion, of Qil Tankers and Double Hull
Oil Tankers, are given in Tables V and VI respectively, and
may be additionally specified in the Survey Programme as
required in Sec 1 Sub 1.5. These extended thickness
measurements should be carried out before the survey is
credited as completed. Suspect areas identified at previous
surveys should have thickness measurements taken.

4.3.5.3 The Surveyor may further extend the thickness
measurements as deemed necessary.

4.3.5.4  For areas in tanks where coating is found to be in
a GooD condition the extent of thickness measurements
according to Table Il may be specially considered by the
Society.

4.3.5.5 Transverse sections are to be chosen where the
largest reductions are suspected to occur or are revealed
from deck plating measurements. In cases where two or
three sections are to be measured, at least one is to include a
ballast tank within 0.5L amidships.
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4.3.5.6 In case of Qil Tankers of 130 m in length and
upwards and more than 10 years of age, the evaluation of
the ship's longitudinal strength is required as per Sec 1 para
1.13.2.

4.3.6 Extent of tank pressure testing

4.3.6.1 The minimum requirements for tank pressure
testing, at Special Survey are given in Table IV.

4.3.6.2 The Surveyor may extend the tank testing as
deemed necessary.

4.3.6.3 Boundaries of ballast tanks should be tested with
a head of liquid to the top of air pipes.

4.3.6.4 Boundaries of cargo tanks should be tested to the
highest point that liquid will rise under service conditions.

4.3.6.5 The testing of double-bottom tanks and other
spaces not designed for the carriage of liquid may be
omitted, provided a satisfactory internal examination
together with an examination of the tanktop is carried out.

4.3.7 Essential auxiliaries and piping systems in
cargo tank area

4.3.7.1 In addition to the requirements for the Annual
Survey, the Special Survey will consist of the operations
described under 4.3.7.2 t0 4.3.7.8.

4.3.7.2  Cargo, ballast, stripping and venting piping are
examined to the Surveyor’s satisfaction. Dismantling and /
or thickness measurements may be required. Tightness or
working tests are to be carried out. In case of doubt, repairs
or dismantling on cargo or ballast piping, a hydraulic or
hydropneumatic test is to be carried out. It is verified that
cargo pipes are electrically bonded to the hull.

4.3.7.3 All safety valves on cargo piping and of cargo
tanks are to be dismantled for examination, adjusted and, as
applicable, released.

4.3.74 Cargo, ballast and stripping pumps are to be
internally examined and prime movers are to be checked. A
working test is to be carried out.

4.3.75 All cargo pump room boundaries are to be
generally examined. All gas-tight shaft sealings are to be
examined. Bottom of cargo pump room is to be examined
for cleanliness, stripping and gutters.

4.3.7.6 Crude oil washing (if fitted) pipings, pumps,

valves and deck mounted washing machines are to be
examined and tested for signs of leakage, and anchoring
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devices of deck mounted washing machines are to be
checked to the Surveyor’s satisfaction.

4.3.7.7 A general examination of the electrical equipment
and cables in dangerous zones such as cargo pump rooms
and areas adjacent to cargo tanks is to be carried out for a
defective degree of protection of lights and fixtures,
improperly installed wiring, non-approved lighting and
fixtures and dead ended wiring.

4.3.7.8  An insulation test of circuits is to be carried out.
In cases where a proper record of testing is maintained,
consideration should be given to accept recent readings by
the crew. If any of the readings are marginal, or if the
condition of the cables, fixtures or equipment appears
defective in any way, verification measurements may be
required. These measurements should not be attempted until
the ship is in a gas-free or inerted condition and are to be
carried out within an acceptable period of time.
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TABLE |

Minimum requirements for Close-up Survey - Oil tankers

Special Survey |
Age of ship <5 years

Special Survey Il
5<Age <10 years

Special Survey 11
10 < Age < 15 years

Special Survey IV and
Subsequent
Age > 15 years

(A) One web frame ring in
a ballast wing tank, if
any, or a cargo wing
tank used primarily for
water ballast

(B) One deck transverse in
a cargo tank

(D) One transverse
bulkhead:
—In a ballast tank
—In a cargo wing tank
—In a cargo centre tank

(A) All web frame rings in a
ballast wing tank, if any, or a
cargo wing tank used
primarily for water ballast

(B) One deck transverse:
—In each of the remaining
ballast tanks, if any
—In a cargo wing tank
—1In 2 cargo centre tanks

(C) Both transverse bulkheads in
a wing ballast tank, if any, or
a cargo wing tank used
primarily for water ballast
(D) One transverse bulkhead:
— In each remaining ballast
tank
—In a cargo wing tank
—In 2 cargo centre tanks

(A) All web frame rings in all
ballast tanks

(A) All web frame rings in a
cargo wing tank

(A) A minimum of 30% of all
web frame ring in each
remaining cargo wing tank
(see note 1)

(C) All transverse bulkheads in
all cargo and ballast tanks

(E) A minimum of 30% of
deck and bottom
transverses including
adjacent structural
members in each cargo
centre tank (see note 1)

(F) As deemed necessary by
the Surveyor

As for Special Survey 1l

Additional transverse areas
as deemed necessary by the
Surveyor

(A) Complete transverse web frame ring including adjacent structural members.

(B) Deck transverse including adjacent deck structural members.

(C) Transverse bulkhead complete including girder system and adjacent members.

(D) Transverse bulkhead lower part including girder system and adjacent structural members.
(E) Deck plating bottom transverse including adjacent structural members.

(F) Additional complete transverse web frame ring.

Note 1: The 30% should be rounded top to the next whole integer.
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TABLE Il

Minimum requirements for Close-up Survey - Double Hull Oil Tankers

Special Survey |
Age of ship <5 years

Special Survey I
5 <Age<10 years

Special Survey 111
10 < Age < 15 years

Special Survey IV and
Subsequent
Age > 15 years

One web frame (1), in a
complete ballast tank (see
Note 1)

All web frames (1), in a
complete ballast tank (see
Note 1)

The knuckle area and the
upper part 5 m
approximately) of one web
frame in each remaining
ballast tank (6)

All web frames (1), in all
ballast tanks

One deck transverse, in a
cargo oil tank (2)

One deck transverse, in two
cargo oil tanks (2)

One transverse bulkhead (4),
in a complete ballast tank (see
Note 1)

One transverse bulkhead (4),
in each complete ballast tank
(see Note 1)

One transverse bulkhead (5) in
a cargo oil centre tank

One transverse bulkhead (5),
in a cargo oil wing tank (see
Note 2)

One transverse bulkhead (5),
in two cargo oil centre tanks
One transverse bulkhead (5),
in a cargo oil wing tank (see
Note 2)

All web frames (7), including
deck transverse and cross ties,
if fitted, in a cargo oil tank
One web frame (7), including
deck transverse and cross ties,
if fitted, in each remaining
cargo oil tank

All transverse bulkheads, in
all cargo oil (3) and ballast (4)
tanks

As for ships referred to in
column 3

Additional transverse areas as
deemed necessary by the
Surveyor

Notes:
(1), (2), (3), (4), (5), (6) and (7) are areas to be subjected to Close-up surveys and thickness measurements

(1) Web frame in a ballast tank means vertical web in side tank, hopper web in hopper tank, floor in double-bottom tank and deck
transverse in double-deck tank (where fitted), including adjacent structural members. In fore and aft peak tanks web frame means a
complete transverse web frame ring including adjacent structural members.

(2) Deck transverse, including adjacent deck structural members (or external structure on deck in way of the tank, where
applicable).

(3) Transverse bulkhead complete in cargo tanks, including girder system, adjacent structural members (such as longitudinal
bulkheads) and internal structure of lower and upper stools, where fitted.

(4) Transverse bulkhead complete in ballast tanks, including girder system and adjacent structural members, such as longitudinal
bulkheads, girders in double-bottom tanks, inner bottom plating, hopper side, connecting brackets.

(5) Transverse bulkhead lower part in cargo tank, including girder system, adjacent structural members (such as longitudinal
bulkheads) and internal structure of lower stool, where fitted.

(6) The knuckle area and the upper part (5 m approximately), including adjacent structural members. Knuckle area is the area of
the web frame around the connections of the slope hopper plating to the inner hull bulkhead and the inner bottom plating, up to 2 m
from the corners both on the bulkhead and the double bottom.

(7) Web frame in a cargo oil tank means deck transverse, longitudinal bulkhead vertical girder and cross ties, where fitted,
including adjacent structural members.

Note 1: Complete ballast tank: means double-bottom tank plus double-side tank plus double-deck tank, as applicable, even if these
tanks are separate.

Note 2: Where no centre cargo tanks are fitted (as in the case of centre longitudinal bulkhead), transverse bulkheads in wing tanks
should be surveyed.
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TABLE Il

Thickness measurements at Special Surveys —Oil Tankers and Double Hull Oil Tankers

Special Survey |
Age of ship <5 years

Special Survey Il
5<Age <10 years

Special Survey 111
10 < Age < 15 years

Special Survey 1V and
Subsequent
Age > 15 years

1. One section of deck
plating for the full beam
of the ship within the
cargo area (in way of a
ballast tank, if any, or a
cargo tank used primarily
for water ballast)

2. Measurements of
structural members
subject to Close-up
Survey according to
Table | or Table I, for
general assessment and
recording of corrosion
pattern

3. Suspect areas

1.

Within the cargo area:
Each deck plate
One transverse section

Measurements of structural
members subject to Close-
up Survey according to
Table | or Table Il for
general assessment and
recording of corrosion
pattern

Suspect areas
Selected wind and water

strakes outside the cargo
length

1. Within the cargo area:

— Each deck plate.
— Two transverse sections.
(see Note 1)

— All wind and water strakes

2. Measurements of structural

members subject to Close-
up Survey according to
Table | or Table Il for
general assessment and
recording of corrosion
pattern

. Suspect areas

. Selected wind and water

strakes outside the cargo
length

1.

Within the cargo area:
Each deck plate
Three transverse
sections.(see Note 1)
Each bottom plate

Measurements of
structural members subject
to Close-up Survey
according to Table I or
Table Il for general
assessment and recording
of corrosion pattern

Suspect areas

All wind and water strakes
in full length

NOTES:

1. For Oil Tankers, at least one section should include a ballast tank within 0.5L amidships
For Double Hull Qil Tankers, at least one section should be within 0.5L
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TABLE IV(a)

Tank testing at Special Survey —Oil Tankers

Special Survey |
Age of ship <5 years

Special Survey Il and subsequent

Age >5years

All ballast tank boundaries.

All ballast tank boundaries.

Cargo tank boundaries facing ballast tanks, void spaces, pipe
tunnels, fuel oil tanks, pump-rooms or cofferdams

All cargo tanks bulkheads

TABLE IV(b)

Tank testing at Special Survey — Double Hull Oil Tankers

Special Survey |
Age of ship <5 years

Special Survey Il
5 <Age <10 years

Special Survey 111 and subsequent
Age > 10 years

All ballast tank boundaries.

All ballast tank boundaries.

All ballast tank boundaries.

Cargo tank boundaries facing ballast
tanks, void spaces, pipe
tunnels,representative fuel oil tanks,
pump rooms or cofferdams

Cargo tank boundaries facing ballast tanks,
void spaces, pipe tunnels, representative
fuel oil tanks, pump rooms or cofferdams

Cargo tank boundaries facing ballast
tanks, void spaces, pipe tunnels,
representative fuel oil tanks, pump
rooms or cofferdams

All cargo tank bulkheads which form the
boundaries of segregated cargoes

All remaining cargo tank bulkheads
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TABLE V Sheet 1. Thickness measurements in areas within cargo tanks length with substantial corrosion

Oil Tankers.

BOTTOM STRUCTURE

Structural member

Extent of measurement

Pattern of measurement

1. Bottom plating

2. Bottom longitudinals

3. Bottom girders and brackets

4. Bottom transverse webs

5. Panel stiffening

Minimum of 3 bays across tank, including
aft bay. Measurements around and under
all bell mouths.

Minimum of 3 longitudinals in each bay
where bottom plating measured.

At fore and aft transverse bulkhead
brackets toes and in centre of tanks.

Three webs in bays where bottom plating
measured, with measurements at both
ends and in middle.

Where fitted.

Five-point pattern for each panel between
longitudinals and web.

Three measurements in line across flange
and 3 measurements vertically on web.

Vertical line of single measurements on
web plating, with one measurement
between each panel stiffener or a
minimum of 3 measurements. Two
measurements across face flat. Five-point
pattern on girder/bulkhead brackets.

Five-point pattern over 2 m? area. Single
measurements on face flat.

Single measurements.

LI.N.S.B. Issue 04/Rev. 01/9-2019
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TABLE V Sheet 2. Thickness measurements in areas within cargo tanks length with substantial corrosion —

Oil Tankers.

DECK STRUCTURE

Structural member

Extent of measurement

Pattern of measurement

1. Deck plating

2. Deck longitudinals

3. Deck girders and brackets

4. Deck transverse webs

5. Panel stiffening

Two bands across tank

Minimum of 3 longitudinals in each of 2
bays.

At fore and aft transverse bulkhead
bracket toes and in centre of tanks.

Minimum of 2 webs, with measurements
at middle and both ends of span.

Where available.

Minimum of 3 measurements per plate per
band.

Three measurements in line vertically on
webs, and 2 measurements on flange (if
fitted).

Vertical line of single measurements on
web plating with 1 measurement between
each panel stiffener or a minimum of 3
measurements. Two measurements across
face flat.  Five-point pattern  on
girder/bulkhead brackets.

Five-point pattern over about 2 m? areas.
Single measurements on face flat.

Single measurements.

SIDE SHELL AND LONGITUDINAL BULKHEADS

Structural member

Extent of measurement

Pattern of measurement

1. Deckhead and bottom
strakes in  way of
platforms.

2. All other strakes.
3. Longitudinals -
bottom strakes
4. All other longitudinals

5. Longitudinals - bracket

6. Web frames and cross ties

strakes,
stringer

deckhead and

Plating between each pair of longitudinals
in a minimum of 3 bays.

Plating between every third pair of
longitudinals in same 3 bays.

Each longitudinal in same 3 bays.

Every third longitudinal in same 3 bays.
Minimum of 3 at top, middle and bottom
of tank in same 3 bays.

Three webs with minimum 3 locations on

each web, including in way of cross tie
connections

Single measurement.

Single measurement.
Three measurements across web and 1
measurement on flange.

Three measurements across web and 1
measurement on flange.

5 point pattern over area of bracket.
5 point pattern over about 2 m? areas, plus

single measurements on web frame and
cross tie face flats.
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TABLE V Sheet 3. Thickness measurements in areas within cargo tanks length with substantial corrosion —

Oil tankers.

TRANSVERSE BULKHEADS AND SWASH BULKHEADS

Structural member

Extent of measurement

Pattern of measurement

1. Deckhead and bottom strakes, and
strakes in way of stringer platforms

2. All other strakes

3. Strakes in corrugated bulkheads

4. Stiffeners

5. Brackets

6. Deep webs and girders

7. Stringer platforms

Plating between each pair of stiffeners at 3
locations: approx. Y4, % and % width of
tank.

Plating between pair of stiffeners at
middle location.

Plating for each change of scantling at
centre of panel and at flange or fabricated
connection.

Minimum of 3 typical stiffeners

Minimum of 3 at top, middle and bottom
of span.

Measurements at toe of bracket and at
centre of span

All stringers with measurements at both
ends and middle.

Five-point pattern between stiffeners over
1 metre length.

Single measurement.

Five-point pattern over about 1 m? of
plating.

For web, five-point pattern over span
between  bracket  connections (2
measurements across web at each bracket
connection and 1 at centre of span). On
flange, single measurements at each
bracket toe and at centre of span.

Five-point pattern over areas of bracket.
For web, five-point pattern over about one
m?; three measurements across face flat.
For web, five-point pattern over 1 m? of

area plus single measurements near
bracket toes and on face flats.
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Rules and Regulations for the Classification and Construction of Steel Ships

Special Ship Types

Part I, Chapter 5

Section 4

TABLE VI

Double Hull Oil Tankers

BOTTOM, INNER BOTTOM AND HOPPER STRUCTURE

Sheet 1. Thickness measurements in areas within cargo tanks length with substantial corrosion —

Structural member

Extent of measurement

Pattern of measurement

structure plating

2. Bottom, inner bottom and hopper
structure longitudin

3. Bottom girders, including the
watertight ones

4. Bottom floors,
watertight ones

including

5. Hopper structure web frame ring

7. Panel stiffening

1. Bottom, inner bottom and hopper

the

6. Hopper  structure  transverse
watertight bulkhead or swash
bulkhead

Minimum of three bays across double-
bottom  tank, including aft bay
Measurements around and under all
suction bell mouths.

Minimum of three longitudinals in each
bay where bottom plating measured

At fore and aft watertight floors and in
centre of tanks

Three floors in bays where bottom plating
measured, with measurements at both
ends and middle

Three floors in bays where bottom plating
Measured

- lower third of bulkhead
- upper two thirds of bulkhead
- stiffeners (minimum of three)

Where applicable

Five-point pattern for each panel between
longitudinals and floors

Three measurements in line across flange
and three measurements on vertical web

Vertical line of single measurements on
girder plating with one measurement
between each panel stiffener, or a
minimum of three measurements.

Five-point pattern over 2 m? area

Five-point pattern over 1 m? of plating.
Single measurements on flange

Five-point pattern over 1 m? of plating.
Five-point pattern over 2 m? of plating

For web, five-point pattern over span (two
measurements across web at each end and
one at centre of span). For flange, single
measurements at each end and centre of
span

Single measurements
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Rules and Regulations for the Classification and Construction of Steel Ships

Special Ship Types

Part I, Chapter 5

Section 4

TABLE VI

Double Hull Oil Tankers

DECK STRUCTURE

Sheet 2. Thickness measurements in areas within cargo tanks length with substantial corrosion —

Structural member

Extent of measurement

Pattern of measurement

1. Deck plating

2. Deck longitudinals

in cargo tanks only)

4. Deck transverse webs

5. Vertical web and
from deck)

6. Panel stiffening

3. Deck girders and brackets (usually

transverse
bulkhead in wing ballast tank (2m

Two transverse bands across tank

Every third longitudinal in each of 2
bands with minimum of one longitudinal.

At fore and aft transverse bulkhead
bracket toes and in centre of tanks.

Minimum of 2 webs, with measurements
at middle and both ends of span.

Minimum of two webs and both

transverse bulkheads.

Where available.

Minimum of 3 measurements per plate per
band.

Three measurements in line vertically on
webs, and 2 measurements on flange.

Vertical line of single measurements on
web plating with 1 measurement between
each panel stiffener or a minimum of 3
measurements. Two measurements across
flange. Five-point pattern on
girder/bulkhead brackets.

Five-point pattern over about 1 m? area.
Single measurements on flange.

Five-point pattern over about 1 m? area.

Single measurements.
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Rules and Regulations for the Classification and Construction of Steel Ships

Special Ship Types

Part I, Chapter 5

Section 4

TABLE VI

Double Hull Oil Tankers

STRUCTURE IN WING BALLAST TANKS

Sheet 3. Thickness measurements in areas within cargo tanks length with substantial corrosion —

Structural member

Extent of measurement

Pattern of measurement

1. Side shell and
bulkhead plating:

- upper strake and strakes in

horizontal girders

- all other strakes

longitudinal

way of

2. Side shell and longitudinal
Bulkhead longitudinals on:

- upper strake

- all other strakes

3. Longitudinals Brackets

4, Vertical web and transverse
bulkheads (excluding deckhead
area):

- strakes in way of horizontal girders
- other strakes

5. Horizontal girders

6. Panel stiffening

Plating between each pair of longitudinals
in a minimum of three bays (along the
tank) Plating between every third pair of
longitudinals in same three bays

Each longitudinal in same three bays
Every third longitudinal in same three
bays

Minimum of three at top, middle and
bottom of tank in same three bays

Minimum of two webs and both
transverse bulkheads
Minimum of two webs and both

transverse bulkheads

Plating on each girder in a minimum of
three bays

Where applicable

Single measurement
Single measurement

Three measurements across web and one
measurement on flange
Three measurements across web and one
measurement on flange

Five-point pattern over area of bracket
Five-point pattern over approximately 2
m? area

Two measurements between each pair of
vertical stiffeners

Two measurements between each pair of
longitudinal girder stiffeners

Single measurements
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Rules and Regulations for the Classification and Construction of Steel Ships

Special Ship Types

Part I, Chapter 5

Section 4

TABLE VI

Double Hull Oil Tankers

LONGITUDINAL BULKHEADS IN CARGO TANKS

Sheet 4. Thickness measurements in areas within cargo tanks length with substantial corrosion —

Structural member

Extent of measurement

Pattern of measurement

1. Deckhead and bottom
strakes in
stringers of transverse bulkheads

2. All other strakes.

bottom strakes
4. All other longitudinals

5. Longitudinals brackets

6. Web frames and cross ties

of web frame)

strakes,
way of horizontal

3. Longitudinals on deckhead and

7. Lower end brackets (opposite side

Plating between each pair of longitudinals
in a minimum of 3 bays.

Plating between every third pair of
longitudinals in same 3 bays.

Each longitudinal in same 3 bays.

Every third longitudinal in same 3 bays.
Minimum of 3 at top, middle and bottom
of tank in same 3 bays.

Three webs with minimum 3 locations on
each web, including in way of cross tie

connections

Minimum of 3 brackets

Single measurement.

Single measurement.

Three measurements across web and 1
measurement on flange.

Three measurements across web and 1
measurement on flange.

5 point pattern over area of bracket.

5 point pattern over about 2 m? area of
webs, plus single measurements on
flanges of web frame and cross ties

Five-point pattern over approximately 2
m? area of brackets, plus single
measurements on bracket flanges
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Rules and Regulations for the Classification and Construction of Steel Ships

Special Ship Types

Part I, Chapter 5

Section 4

TABLE VI

Double Hull Oil Tankers

Sheet 5. Thickness measurements in areas within cargo tanks length with substantial corrosion —

TRANSVERSE WATERTIGHT AND SWASH BULKHEADS IN CARGO TANKS

Structural member

Extent of measurement

Pattern of measurement

1. Upper and lower stool, where fitted

2. Deckhead and bottom strakes, and
strakes in way of stringer platforms

3. All other strakes

4. Strakes in corrugated bulkheads

5. Stiffeners

6. Brackets

7. Horizontal Stringers

Transverse band within 25 mm of welded
connection to inner bottom/deck plating.
Transverse band within 25 mm of welded
connection to shelf plate

Plating between each pair of stiffeners at 3
locations: approx. %, Y2 and % width of
tank.

Plating between pair of stiffeners at
middle location.

Plating for each change of scantling at
centre of panel and at flange or fabricated

connection.

Minimum of 3 typical stiffeners

Minimum of 3 at top, middle and bottom

of span.

All stringers with measurements at both
ends and middle.

Five-point pattern between stiffeners over
1 metre length.

Five-point pattern between stiffeners over
1 metre length.

Single measurement.

Five-point pattern over about 1 m? of
plating.

For web, five-point pattern over span
between bracket  connections (2
measurements across web at each bracket
connection and 1 at centre of span). On
flange, single measurements at each
bracket toe and at centre of span.

Five-point pattern over areas of bracket.

Five-point pattern over 1 m? of area plus
single measurements near bracket toes and
on flanges.
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